
 

 

 كوكبي مهرداد دكتر

  هـ ش 1335متولد.  

 1361، ايران (،تهران تكنيك )پلي اميركبير صنعتي دانشگاه پليمر، مهندسي كارشناسي 

 دانشگاه پليمر، مهندسي ارشد كارشناسي UMIST، (1986) 1365، انگليس 

 دانشگاه پليمر، مهندسي دكتري UMIST، (1990) 1369، انگليس 

 

 دكتري رساله عنوان  

  مهندسي هاي سراميك دهيشكل فرآيندهاي فناوري در معاضدت -

Contributions to the Processing Technology of Engineering Ceramics. 

 

 تحقيقاتي هايزمينه: 

 هوشمند پليمري هايكامپوزيت نانود وهوشمن پليمرهايهيدروژل ها و ايروژل ها،  -

 پليمري ماتريس با هاكامپوزيت و پليمرها وطراحي دهي شكل پيشرفته هايروش توسعه -

 .وسراميكي

 .ديرگداز و ويسكرهاي الياف نانو توليد -

 

 يا صنعت ونام پروژه )نام صنعتي نظر از شده انجام هايطرح مهمترين 

 (مركزتحقيقاتي

 )مركز درزجوش بدون و مقاوم پليمري هايلوله توليد براي چرخشي خاص داي ساخت و طراحي-1

 )مدرس تربيت دانشگاه( ( وايران پليمر تحقيقات

 (نفت صنعت )پژوهشگاه الكتريكي هادي الاستومرهاي ساخت-۲

 هاي شكل دهي پليمرها نظير پره توربين و غشا ساخت قطعات سراميكي با استفاده از روش-3

 خودرو، ايران، (گواه )شركت خاور بنز كارخانجات در (بتوني سطوح بر اپوكسي رزين دهيروكش-۴

 (ديزل خودرو ايران و بوش ياتاقان

 (مدرس تربيت )دانشگاه بتوني و فلزي سطوح بر خاص هاي روكش ساخت و طراحي-5

 هاي ( دربيمارستانبهداشت )وزارت )عمل هاي اتاق استاتيكآنتي هاي روكش اجراي و طراحي 6

 (يزد ميبد و ساوه ،رشت لنگرود، ،زنجان

)مشترك با ايران ياسر تاير  الياف با شده تقويت كامپوزيتي ايلرزه هايجداكننده ساخت و طراحي 7

 و رابر(

 خودرو )طرح ملي پژوهشي( كامپوزيتي شمشي فنر ساخت و طراحي  8

دستي هوشمند )به سفارش شركت پايين پليمرهاي از استفاده و توليد فني دانش ينتدو  9

 پتروشيمي وزارت صنايع(

 قير)به سفارش شركت عايق اهواز( هاي بندي بسته ساخت و طراحي  10

اولفيني نفوذ ناپذير در برابر گاز )به سفارش مركز هاي پلي طراحي و ساخت نانوكامپوزيت  11

 (گروه نانو –نوين  صنايع

 تدوين دانش فني آسفالت اصلاح شده با پليمر )طرح بين دانشگاهي(  1۲

تحقيقات وزارت علوم، –نانو  كميتههاي هوشمند ) طراحي و ساخت محرك برپايه نانوكامپوزيت  13

 و فناوري(

 ي) به سفارش وزارت دفاع(نانوكامپوزيت سپرهاي حرارتيطراحي و ساخت   1۴

اب بند هاي مكانيكي سراميكي بر پايه سيالون ) به سفارش شركت پالايش و  ي و ساختطراح   15

 پخش فراورده هاي نفتي ايران( 

طراحي و ساخت سامانه نانو كامپوزيتي سراميكي بسيار مقاوم به شوك حرارتي ) به سفارش   16

 وزارت دفاع( 

 ۲0ك در توليد ديسك با قطر سرامي-انتخاب تركيب بهينه براي سامانه كامپوزيتي كربن 17

 سانتيمتر، )به سفارش شركت صنايع هواپيما سازي ايران )هسا((

 

 

 
 



  

 دروس تدريس شده    

 رئولوژي پليمرها/  پليمرهادهي شكل فرآيندهاي / مكانيك سيالات پيشرفته 

ه در نانو مباحث پيشرفت/ اختلاط در فرايندهاي پليمري /  )كامپوزيت(شدهتقويت هاي  پلاستيك

 ها                مكانيك پيشرفته كامپوزيت / كامپوزيت ها
    

  شده منتشر مقالاتفهرست  
 

 داخلي و خارجي پژوهشي و علمي مجلات -الف

بر اثر سيستم پخت»،)1378(نژاد، عباس عباسي ابيانه، مهرداد كوكبي، سعيد سلطاني 1

سال  ، مجله علوم و تكنولوژي پليمر،«يرهاي راديالاستر به لاستيك در تاچسبندگي نخ پلي

 سوم. دوازدهم، شمارة

2. Kokabi, M., Pirooz, A., Nekomanesh Haghighi, M., (1998), Gel-Casting of 

Engineering Ceramics; Iranian Polymer Journal, Vol. 7, No. 30. 

 متاكريليكپلي الكتروليتهايپلي اثر» ،)1381(بابالو،  اكبرعلي ،كوكبي مهرداد ،براتي ابوالفضل 3

 سال پليمر،تكنولوژي و علوم مجله ،«آلومينايي تعليقي هايسامانه پايداري در اسيدي

 .دوم شماره ،پانزدهم

« بررسي» ،)1381(، كوكبي مهرداد ،ابراهيمي گلشن نادره ،دهكردي رئوف محمد ۴

مجله علوم و PP-g-MA سازگاركننده وسيله به PP/PET و علوم ايزهآمي الياف سازگارسازي

 .دوم شماره ،پانزدهم سال پليمر، تكنولوژي

 غشاها به متخلخل نگهدارنده هايسيستم ساخت» ،)1381(، كوكبي مهرداد بابالو، اكبر علي 5

 .سوم شماره ،پانزدهم سالپليمر،  تكنولوژي و علوم مجله« درجا شدن پليمره روش

 سينتيك» ،)1381(، بهشتي محمدحسين ،كوكبي مهرداد ،لاوي محسني رسول 6

 علوم مجله« شونده فدا گرمايي سپرهاي در شده استفاده فنولي رزينهاي گرماييتخريب

 .چهارم شماره ،پانزدهم سال پليمر، وتكنولوژي

 علوم مجله ،«پليمري كامپوزيتي تخت فنر» ،(1381)، بهراميان ضااحمدر ،مهردادكوكبي 7

 .پنجم شماره ،پانزدهم سال پليمر، وتكنولوژي

 دهي شكل پليمري حامل از استفاده( »1381بابالو، ) اكبر علي ،كوكبي مهرداد 8

 .دهم شماره مدرس مهندسي و فني پژوهشي - علمي مجله« سراميكيغشاهاي
9. Barati, A., Kokabi, M., Famili, M. H. N.,(2003) "Modeling of Liquid Desiccant 

Drying Method for Gelcast Ceramic Parts", Ceramic International,29, 199-207. 

10. Barati, A., Kokabi, M., "Famili, N., (2003), Forming Alumina Parts Using 

Acrylamide Gels" Iranian Polymer Journal, Vol.12, No. 2, 127-138. 

11. Barati, A., Kokabi, M., Famili, M. M. N., (2003) "Drying of Gelcast Ceramic 

Parts via Liquid Dessicant Method", J. of the European Ceramic Socitey, 23, 

2265-2272. 

 اثر مطالعه» ،(138۲)، كوكبي مهرداد ،رئيسي عبدالهادي ،اصالتي ابراهيم نيا،صالح مژده 1۲

 مجله« استخوان پروتز ساخت منظور به زنده محيط در سازگارزيست هايسراميك

 .1-7 صفحات ،۲ شماره ،اول سال ،ايران تشريحعلوم

، ريپليم كامپوزيتي آهنرباي» ،138۲، منطقيان مهرداد ،عربگل فاطمه ،كوكبي مهرداد  13

، 3 شماره ،شانزدهم سال پليمر، تكنولوژي و علوم مجله« NdFeB-PEGدائمي

 .157-163صفحات

 هايكامپوزيت تخريب فرايند مدلسازي» ،(138۲)، كوكبي مهرداد ،بهراميان احمدرضا 1۴

 .313-318 صفحه ،5 شماره ،شانزدهم سال پليمر، تكنولوژي و علوم مجله «فداشونده
15. Babaluo, A.A, Kokabi, M, Barati, A, (2004), "Chemorheology of Alumina-

Aqueous Acrylamide Gelcasting Systems", J. of the European Ceramic Society, 

24, 635-644. 

 ، مجله«كامپوزيتي شمشي فنر ساخت و طراحي» ،(1383)مشيرنيا،  مجتبي ،كوكبي مهرداد 16

 ،3-9 صفحه ،1 شماره ،هفدهم سال پليمر، نولوژيتك و علوم

 ،(1383)، همتي محمود ،احمدي علي ،كوكبي مهرداد ،بيداخويدي ميرعلي محمد 17

 پليمر، تكنولوژي و علوم مجله ،«آن مطلوب پارگي و استحكام  PVC/NBR-SBRآميخته»

 .71-77 صفحه ،۲ شماره ،هفدهمسال

 پخت سينتيك بررسي» ،(1383)، معدل همايون ،كوكبي مهرداد يرنيا،مش مجتبي 18

 ،3 شماره ،هفدهم سال پليمر، تكنولوژي و علوم ، مجله«ناهمدما شرايط در اپوكسيرزين

 .1۴1-135صفحه

 عملياتي متغيرهاي اثر» ،(1383)، شاهيني محمد ،كوكبي مهرداد ،پهلوانزاده حسن 19

 شيمي نشريه ،«ژل روش به شده قالبريزي سراميكي قطعات شدن خشك برسينتيك

 .سوم و بيست سال ،ايران شيمي ومهندسي



  

20. Babaluo, A. A, Kokabi, M., Manteghian, M., Sarraf-Mamooory, R., (2004), "A 

Modified Model for Alumina Membranes formed by Gelcasting followed by 

Dipcoating", J. of the European Ceramic Society, 24, 3779-3787. 

21. Kokabi, M., Arabgol, F., Manteghian, M, (2004) "Nd2Fe14B Permanent 

Polymeric Composite Magnets". Iranian Polymer Journal, vol. 14, No. 1, 71-79. 

(، طراحي و ساخت 1383داد كوكبي،)محمد رضا شفيعي، محمد حسين نويد فاميلي، مهر ۲۲

اكسترودر خود پاك كن براي اكستروژن واكنشي ملامين فرمالدهيد، مجله علوم و تكنولوژي 

 .  ۲10-۲01، صفحه ۴پليمر ، سال هفدهم، شماره 

(، بررسي خواص مكانيكي 1383محمد سيروس آذر، مهرداد كوكبي. محمد حسن زهير،) ۲3

لي وينيل الكل، مجله علوم و تكنولوژي پليمر، سال هفدهم، هيدروژلهاي نانو كامپوزيتي پ

 .۲80-۲73،صفحه 5شماره 

(، ساخت محرك 138۴سيد علي معتضدي، مهرداد كوكبي، محمد حسين نويد فاميلي،) ۲۴

ولوژيكي بر پايه سيليكون رابر، مجله علوم و تكنولوژي پليمر، سال هجدهم، ئطيسي رامغن

 ۴3-37شماره يك، صفحه
25. Kokabi, M., Babaluo, A.A., Barati, A., (2006), “Gelation Process in Low Toxic 

Gelcasting Systems”, J. of the European Ceramic Society, 26, 3083-3090. 

26. Bahramian, A.R., Kokabi, M., Famili, M.H.N., Beheshty, M.H., (2006), “Ablation 

and thermal degradation behaviour of a composite based on resol type phenolic 

resin: Process modeling and experimental, Polymer, 47, 3661-3673. 

طراحي و ساخت محرك بر پايه پليمر هوشمند (، 1385، مهرداد كوكبي ،) ابراهيمي سيد احمد  ۲7

 .۲3-3۲،صفحه 1دهم، شماره نوز، مجله علوم و تكنولوژي پليمر، سال با حافظه شكلي

(، ارزيابي لوله هاي پلاستيكي تقويت 1385مهرداد كوكبي، فاطمه هادي، ،غلامحسين لياقت،)  ۲8

آبان -، مهر۴، شماره 19مجله علوم و تكنولوژي پليمر، سال   حديده چرخان، شده در سامانه

 ماه.

(، مدل سازي زاويه 1385مهرداد كوكبي، فاطمه هادي، آرش جعفريان،غلامحسين لياقت، )  ۲9

مجله علوم و   آرايش يافتگي الياف در لوله هاي توليدي با استفاده از سامانه حديده چرخان،

 دي ماه.-، آذر5، شماره 19سال تكنولوژي پليمر، 

(، مدل سازي رهايش 1386محمد سيروس آذر، هاجر جعفري عنصر رودي، مهرداد كوكبي، )  30

دارو از سامانه نوين پليمري پاسخگو به دما، مجله علوم و تكنولوژي پليمر، سال بيستم، شماره 

 .۲57 -۲69،صفحه 3

(، بررسي آزمايشگاهي 1386داد كوكبي، )قاسم دهقاني اشكذري، علي اكبر آقاكوچك، مهر 31

عملكرد جداسازهاي لرزه اي الاستومري مسلح با الياف، نشريه دانشكده فني دانشگاه تهران، 

 .75۲-739، 6، شماره ۴1سال 

(، ساخت جاذب هاي 1387زين العابدين قنبرزاده علمداري، علي خوانين، مهرداد كوكبي، ) 3۲

ايه بازيافت تركيب پلي اتيلن تر فتالات و پلي استايرن، مجله صوتي فركانس پايين و مياني برپ

 .10-1، ص 1، شماره 17شنوايي شناسي، سال 

(، بازيافت مكانيكي 1387زين العابدين قنبرزاده علمداري، علي خوانين، مهرداد كوكبي، ) 33

در صنايع  تركيبي پلي اتيلن تر فتالات، پلي اتيلن، پلي استايرن، پلي پروپيلن، مورد مصرف

بسته بندي مواد غذايي به منظور ساخت پانل هاي جداساز و ارزيابي مقاومت قشاري، مجله 

 .۴9-۴3، ص۴علوم و صنايع غذايي ايران، سال ششم ، شماره 
34. Kokabi, M., Sirousazar, M., Hassan, Z. M., (2007), "PVA- Clay Nanocomposite 

Hydrogels for Wound Dressing", European polymer Journal, 43, 773-781. 

35. Golmohammadi, M., Kokabi, M., Entezami, A. A., (2007), "Polyaniline Modified 

Montmorillonite Nanocomposite as an Actuator", e-Polymers, No. 012. 

36. Mahmoodi, S. N., Khadem, S. N., Kokabi, M., (2007), "Non- Linear Free Vibrations 

of Kelvin- Voigt Visco-elastic Beams", International Journal of Mechanical 

Sciences, 49, 722-732. 

37. Rezanejad, S., Kokabi, M., (2007), "Shape Memory and Mechanical Properties of 

Crosslinked Polyethylene/Clay Nanocomposites", European Polymer Journal, 

Vol.43, Issue 7, 2856-2865. 

38. Ghader S., Manteghian M., Kokabi M., Sarraf Mamoory R., (2007), "Induction Time 

of Reaction Crystallization of Silver Nanoparticles", Chem. Eng. Technol., 30, No. 

8, 1-6. 

39. Bahramian A.R., Kokabi M., Famili M.H.N., Beheshty M.H., (2007), "Thermal 

Degradation Process of Resole Type Phenolic Resin Kaolinite Layered Silicate 

Nanocomposite", Iranian Polymer Journal, Vol.16,No.6. 
40. Mirzadeh, A., Kokabi, M., (2007), "The Effect of Composition and Draw Down 

Ratio on the Morphology and Oxygen Permeability of Polypropylene 

Nanocomposite Blown Film", European Polymer Journal, 43, 3757-3765. 

41. Ghader S., Manteghian M., Kokabi M., Sarraf Mamoory R., (2007), "Preparation of 

Truncated Silver Nanoparticles by a Simple and Rapid Method in Aqueous 

Solution", Polish J. Chem., 81, (2007), 81, 1555-1565. 

42. Sirousazar M., Kokabi M., Yari M., Mass Transfer during the Pre-Usage 

Dehydration of Polyvinyl Alcohol Hydrogel Wound Dressings, Iranian Journal of 

Pharmaceutical Science, 4(1) 51-56 (2008). 



  

43. Dehghani Ashkezari, G., Aghakouchak, A. A., Kokabi, M., (2008), Design, 

Manufacturing and Evaluation of the Performance of Steel like Fiber Reinforced 

Elastomeric Seismic Isolators, Journal of Materials Processing Technology, 197, 

140-150. 

44. Bahramian A.R., Kokabi M., Famili M.H.N., Beheshty M.H., (2008), "High 

temperature Ablation of Kaolinite Layered Silicate Nanocomposite, Journal of 

Hazardous Materials, 150, 136-145. 

45. Razzaghi-Kashani M, Hassankhani, H., Kokabi M., (2008), "Improvement in 

Physical-Mechanical Properties of Butyl Rubber with Montmorillonite 

Organoclay", Iranian Polymer Journal, Vol.16, No. 10, 671-679. 

46. Bahramian A.R., Kokabi M., (2009), "Ablation Mechanism of Polymer Layered 

Silicate Nanocomposite Heat Shield", Journal of Hazardous Materials, 166, 445-

454. 

47. Samani F., Kokabi M., Rezazadeh Valojerdi M., (2009), "Optimising the 

Electrospinning Process Conditions to Produce Polyvinyl Alcohol Nanofibers", 

International Journal of Nanotechnology, Vol.6, Nos.10/11, 1031-1040. 

48. Khanlari S., Dehghani-Ashkezari G., Kokabi M., Razzaghi-Kashani M., (2010), 

"Fiber Reinforced Nanocomposite Seismic Isolators: Design and Manufacturing", 

Polymer Composites, Vol.31, Issue 2, 299-306. 
 (، طراحي بهينه ميكرو مبدل1389ئيسي دهكردي، مهرداد كوكبي، )محمد مهدي درويشي، حسن خالقي، مهرداد ر ۴9

 .70-61، ص ۲هاي حرارتي مستطيلي، مجله مكانيك هوا فضا، جلد ششم، شماره 

(، اثر نسبت منظر و خواص وابسته به دماي سيال بر 1390محمد مهدي درويشي، حسن خالقي، مهرداد كوكبي، ) 50

، ۴3اي حرارتي، مجله علمي پژوهشي امير كبير)مهندسي مكانيك(، سال پارامترهاي موثر در ميكرو مبدل ه

 .۴9-۴1، ص 1شماره 

51. Samani F., Kokabi M., Soleimani M., Rezazadeh Valojerdi M., (2010), Fabrication 

and Characterization of Electrospun Fibrous Nanocomposite Scaffolds based on 

Poly (lactide-co-glycolide)/poly(vinyl alcohol) blends, Polymer International, 

Vol.59, 1-9. 

52. Amirshaghaghi A., Kokabi M., (2010), Tailoring Size of alpha- Al2O3 Nanopowders 

via Polymeric Gel-net, Iranian Polymer Journal, Vol. 19, No.8, 615-624.  

53. Golbang A., Kokabi M., (2010), Magnetic Field Actuation of Shape Memory 

Nanocomposites, Advanced Materials Research, Vols.123-125, 999-1002. 

54. Ghafarloo S., Kokabi M., (2010), Mechanical Properties of Epoxy Clay 

Nanocomposites, Advanced Materials Research, Vols.123-125, 145-148.. 

55. Amirshaghaghi A., Kokabi M., Keschtkar H.A., (2010), Al2O3-ZrO2 Nanopowder 

Preparation by Polymer Gel-Net at Low Temperature, Synthesis and Reactivity in 

Inorganic, Metal-Organic, and nano-Metal Chemistry, 40, 576-580. 

56. Mortezaei M., Famili M.H.N., Kokabi M., (2010), Influence of the Particle Size on 

the Viscoelastic Glass Transition of Silica-Filled Polystyrene, Journal of Applied 

Polymer Science, Vol. 115, 969–975. 

57. Sirousazar M., Kokabi M., Hassan Z.M., (2011), In Vivo and Cytotoxic Assays of a     

Polyvinyl Alcohol/Clay Nanocomposite Hydrogel Wound Dressing, J. Biomater. Sci., 

Polym. Ed., 22(8), 1023-33. 

58. Khanlari S., Kokabi M., (2011), "Thermal Stability, aging Properties, and Flame 

Resistance of NR-Based Nanocomposite", Journal of Applied Polymer Science, Vol. 

119, 855-862. 

59. Bahramian A. R., Kokabi M., (2011), Numerical and Experimental Evaluation of the 

Flammability and Pyrolysis of a Resole based Nanocomposite by Cone 

Calorimeter, Iranian Polymer Journal, 20, 5, 399-411. 

60. Bahramian A. R., Kokabi M., (2011), Carbonitriding Synthesis of β-SiAlON 

Nanopowder from Kaolinite-polyacrylamide Precursor, Journal of Applied Clay 

Science, 52, 407-413. 

61. Sirousazar M., Kokabi M., Hassan Z.M, Bahramian A.R., (2011), Dehydration 

Kinetics of Polyvinyl Alcohol Nanocomposite Hydrogels Containing Na-

Montmorillonite Nanoclay, Scientia Iranica F: Nanotechnology, 18, 3, 780-784. 

62. Delavari H H., Kokabi M., (2011),  Silicon Carbide Nanowires from polyvinyl 

alcohol/ Silica Electospun Nanofibers, Nano, Vol. 6, No. 1,  41-45. 

63. Mortezaei M., Famili M.H.N., Mehrdad Kokabi M., (2011), The Role of Interfacial 

Iinteractions on the Glass-transition and Viscoelastic Properties of 

Silica/polystyrene Nanocomposite,  Composites Science and Technology, 71, 8, 

1039–1045. 

64. Golbang A., Kokabi M., (2011), Temporary Shape Development in Shape Memory 

Nanocomposites Using Magnetic force, European Polymer Journal, (2011), 47: 

1709-1719, 2011.   

65. Sirousazar M., Kokabi M., Hassan Z.M, Bahramian A.R., (2012),  Mineral Kaolinite 

Clay for Preparation of Nanocomposite Hydrogels, Journal of Applied Polymer 

Science, Vol. 125, E122–E130. 

66. Sirousazar M., Kokabi M., Hassan Z.M, (2012), Swelling Behaviour and Structural 

Characteristics of Polyvinyl Alcohol/Montmorillonite Nanocomposite Hydrogels, 

Journal of Applied Polymer Science, Vol. 123, 50–58 

67. Sabagh S., Bahramian A.R., Kokabi M., (2012), SiAlON Nanoparticles Effect on the 

Behaviour of Epoxy Coating, Iran Polym J.,  21:229–237. 

68. Sirousazar M., Kokabi M., Hassan Z.M, Bahramian A.R., (2012), Polyvinyl 

Alcohol/Na-Montmorillonite Nanocomposite Hydrogels Prepared by Freezing–

Thawing Method: Structural, Mechanical, Thermal, and Swelling Properties, Journal 

of Macromolecular Science - Part B: Physics, 51:1335–1350. 

 رييمواد تغ يعملكرد حفاظت حرارت يبررس  (،1391،  )يمهرداد كوكب ان،ياحمدرضا بهرام ،يسادات احمد لايل 69
 .وريشهر -، مرداد3، شماره ۲5سال  مر،يپل يولوژنمجله علوم و تك، كوليگلا لنيات يپل هيفاز بر پا

70. Sirousazar M., Kokabi M., Hassan Z.M, Bahramian A.R., (2012),  Nanoporous 

Nanocomposite Hydrogels Composed of Polyvinyl Alcohol and Na-montmorillonite, 

Journal of Macromolecular Science - Part B –Physics, 51, 8, 1583-1595.. 



  

71. Bahramian A.R., Kokabi M., and Pashaei Soorbaghi F., (2013), Carbon Fiber 

Reinforced b-SiAlON for Ultra High Temperature Ablative Heat Shields, Int. J. Appl. 

Ceram. Technol., 10, 2, 203–214, DOI:10.1111/j.1744-7402.2012.02837.x  

72. Sirousazar M., Kokabi M., Bahramian A.R., Hassan Z.M., (2012), PVA/Kaolinite 

Nanocomposite Hydrogels: Preparation Method and Characterization Advanced 

Materials Research, 383-390, 3854-3857. 

73. Sabagh S., Bahramian A.R., Kokabi M., (2012), SiAlON Nanoparticles Effect on the 

Corrosion and Chemical Resistance of Epoxy Coating, Iran Polym J., 21:229–237. 

74. Paydayesh A., Kokabi M., Bahramian A.R., (2013),  High Temperature Ablation of 

Highly Filled Polymer-Layered Silicate Nanocomposites, Journal of Applied 

Polymer Science, 127: 2776-2785. 

75.  Arabgol F., Kokabi M., Bahramian A.R., (2013), Effect of Nanoclay on Mechanical 

Properties and Ablation Behavior of a Nitrile-based Heat Insulator, Iranian Journal 

of Polymer Science and Technology, 25, 6, 449-458. 

76.   Arabpour Roghabadi F., Kokabi M.,  Bahramian A.R., (2013), Chemorheological 

Behavior of β-SiAlON Aqueous Suspensions in Gelcasting Process, Polymer 

Engineering & Science, 53, 10, 2123–2128. 
77. Mokhtari Motameni M., Kokabi M., Bahramian A. R., (2013), The Effect of Shear 

Strain Amplitude and Loading Cycle on the Horizontal Characteristics of Fiber 

Reinforced Nanocomposites Elastomeric Seismic Isolators, Intern. Polymer 

Processing xxviii 2, 168-173. 

78. Najafi Hajivar I., Kokabi M., (2013), Polymer-network Hydrogel Facilitated 

Synthesis of Ca-α-SiAlON Balls Composed of Nanoparticles, Ceramic International, 

39, 3321-3327. 

79. Mottaghitalab F., Farokhi M., Zaminy A., Kokabi M., Soleimani M., Mirahmadi F., 

Shokrgozar M.A., Sadeghizadeh M., (2013), PLoS ONE, 8(9) Article Number 

e74417. 

80. Goodarzi V., Kokabi M., Razzaghi Kashani M., Bahramian A R., (2014), Prediction 

of Long-Term Mechanical Properties of PVDF/BaTiO3 Nanocomposite, Journal of 

Applied Polymer Science, 131, 40596-40604. 

اثر شكل (، 1393، )وهاب الدين گودرزي، مهرداد كوكبي، مهدي رزاقي كاشاني، احمد رضا بهراميان 81

 ، تابستان.۲، شماره 1، مجله نانو مقياس، سال 3PVDF/BaTiOنانوذره بر رفتار حسگر نانوكامپوزيت 

الكتروريسي عمودي الياف (، 1393سيد هادي حسيني، مهرداد كوكبي، نادره گلشن ابراهيمي، ) 8۲

تير ، ۲، شماره ۲7ل سا مر،يپل يولوژنمجله علوم و تك، در دماي زياد  UHMWPE/ZnO نانوكامپوزيتي

 131 -1۴1، صفحه مرداد–

(، افزايش پايداري حرارتي ايروژل 1393فاطمه پاشائي سورباقي، مهرداد كوكبي، احمد رضا بهراميان، ) 83

 پاييز.، 3، سال اول، شماره مقياس  سيليكايي نانومتخلخل، مجله نانو

(، خواص نوري نقاط كوانتومي 1393ي،)فرزانه عربپور، مهرداد كوكبي، وحبد احمدي، غلامرضا عبائيان 8۴

CdS زمستان،۴، سال اول، شماره مقياس  فلزي، مجله نانو-سنتز شده به روش آلي ،    

(، ساخت و مشخصه يابي قطعات نانومتخلخل از جنس 1393اميد عليزاده، مهرداد كوكبي، رضا پورصالحي، ) 85

 ، پاييز.3ميك، جلد سوم، شماره به روش ريخته گري ژل، مجله علم و مهندسي سرا سيالون بتا

(، تحليل ارتعاشات آزاد غير خطي 1395سيد عيسي كرانيان، سيامك اسماعيل زاده خادم، مهرداد كوكبي، ) 86

، 16صفحات نانو كامپوزيت پليمري ويسكو الاستيك حاوي نانولوله كربني، مجله مهندسي مكانيك مدرس، دوره 

 .۴38-۴۲9، ص ص 11شماره 

(، ارتعاشات غير خطي ورقه نانو 1395ان، سيامك اسماعيل زاده خادم، مهرداد كوكبي، )سيد عيسي كراني 87

 ، تابستان.    ۲، سال سوم، شماره مقياس  مجله نانوكامپوزيت ويسكو الاستيك حاوي نانولوله كربني، 

88. Arabgol F., Kokabi M., Bahramian A.R., (2014), Mechanical, Thermo-Physical and 

Ablation Properties of Nitrile Based Nanocomposite, Journal of Mechanical 

Research and Application, Accepted on 31 Aug 2014 (981-103). 

89. Gandoman M., Kokabi M., (2015), Sound Barrier Properties of Sustainable Waste 

Rubber/Geopolymer Goncretes, Iran Polym J., 24: 105-112. 

91. Paydayesh A., Kokabi M., (2015), Highly Filled Organoclay/Phenolic Resin 

Nanocomposite as an Ablative Heat Shield Material, Iran Polym J., 24(5) 389-397. 

92. Parmoor S., Sirousazar M., Kheiri F., Kokabi M., (2016), Nanoclay and Cu 

Nanoparticles Loaded Polyethylene Nanocomposites for Natural Gas Transfer 

Applications, Journal of Macromolecular Science, Part B, 55(4) 331-343. 

(، سنتز نانوآلوميناي صفحه اي و 1396قدمعلي كريمي خوزاني، مهرداد كوكبي، احمدرضا بهراميان،) 93

، 30الياف كربن، علوم و تکنولوژي پليمر، سال -كامپوزيت اپوكسي اثر آن بر تراوايي گاز در

 .51-43، ص ص 1شماره 

 در نقش حسگر PVDF/ZnOنانوالياف الكتروريسي شده (، 1396سبحان شرف خاني، مهرداد كوكبي، ) 9۴

 363-357، ص ۴، شماره ۴، مجله علمي پژوهشي نانومقياس، سال پيزوالكتريك

95. Arabpour Roghabadi F., Kokabi M., Ahmadi V, Abaeiani G, (2016), Quantum 

Dots Crosslinking as a New Method for Improving Charge Transport 

of Polymer/Quantum Dots Hybrid Solar Cells and Fabricating 

Solvent-resistant Film, Electrochimica Acta 222, 881-86.  

96. Arabpour Roghabadi F., Kokabi M., Ahmadi V, Abaeiani G, (2017), Structure 

Optimization of P3HT: CdSe Hybrid Solar Cell using Optical Analysis 

and Electrochemical Impedance Spectroscopy, Thin Solid Films 621, 19-

25. 

97. Arabgol F., Kokabi M., Bahramian A.R., (2018), Ablation Behavior of 

Organoclay‐NBR Insulator: Modeling and Experimental, Fire and Materials, 42 (7) 

859-872, https://doi.org/10.1002/fam.2641. 

https://scholar.google.com/citations?view_op=view_citation&hl=en&user=cFXnBlIAAAAJ&sortby=pubdate&citation_for_view=cFXnBlIAAAAJ:vV6vV6tmYwMC
https://scholar.google.com/citations?view_op=view_citation&hl=en&user=cFXnBlIAAAAJ&sortby=pubdate&citation_for_view=cFXnBlIAAAAJ:vV6vV6tmYwMC
https://scholar.google.com/citations?view_op=view_citation&hl=en&user=cFXnBlIAAAAJ&sortby=pubdate&citation_for_view=cFXnBlIAAAAJ:vV6vV6tmYwMC
https://scholar.google.com/citations?view_op=view_citation&hl=en&user=cFXnBlIAAAAJ&sortby=pubdate&citation_for_view=cFXnBlIAAAAJ:vV6vV6tmYwMC
https://scholar.google.com/citations?view_op=view_citation&hl=en&user=cFXnBlIAAAAJ&sortby=pubdate&citation_for_view=cFXnBlIAAAAJ:35N4QoGY0k4C
https://scholar.google.com/citations?view_op=view_citation&hl=en&user=cFXnBlIAAAAJ&sortby=pubdate&citation_for_view=cFXnBlIAAAAJ:35N4QoGY0k4C
https://scholar.google.com/citations?view_op=view_citation&hl=en&user=cFXnBlIAAAAJ&sortby=pubdate&citation_for_view=cFXnBlIAAAAJ:35N4QoGY0k4C
javascript:void(0)
javascript:void(0)
https://doi.org/10.1002/fam.2641


  

98. Hosseini H., Kokabi M., Mousavi S.M., (2018), BC/rGO Conductive Nanocomposite 

Aerogel as a Strain Sensor, Polymer 137, 82-96 

99. Hosseini H, Kokabi M, Mousavi S.M., (2018), Dynamic Mechanical Properties of 

Bacterial Cellulose Nanofibres, Iranian Polymer Journal 27 (6), 433-443 

100. Noori S., Kokabi M., Hassan Z.M., (2018), Poly (vinyl 

alcohol)/Chitosan/Honey/Clay Responsive Nanocomposite Hydrogel Wound 

Dressing, Journal of Applied Polymer Science 135 (21), 46311 

101. Hosseini H., Kokabi M., Mousavi S.M., (2018), Conductive Bacterial 

Cellulose/Multiwall Carbon Nanotubes Nanocomposite Aerogel as a Potentially 

Flexible Lightweight Strain Sensor, Carbohydrate Polymers, 201, 228-235, 
https://doi.org/10.1016/j.carbpol.2018.08.054 

 نانو–كيتوسان -(، هيدروژل نانوكامپوزيتي پلي )وينيل الكل( 1398وحيده جمالي فيروز آبادي، مهرداد كوكبي، ) 10۲

 1۴-3، صفحه 1، شماره 3۲نانونقره پاسخگو به محرك سه گانه، مجله علوم وتكنولوژي پليمر، سال  -ك رسخا
103. Hosseini H., Kokabi M., Mousavi S.M., (2019), Conductive Network Formation in 

Bacterial Cellulose-based Nanocomposite Aerogels, Composites Part B: 

Engineering, 106981. 

104. Heidarshenas M., Kokabi M., Hosseini H., (2019), Shape Memory Conductive 

Electrospun PVA/MWCNT Nanocomposite Aerogels, Polymer Journal 51 (6), 579-

590.  

105. Pashaei Soorbaghi F., Kokabi M., Bahramian A.R., (2019), Predicting the Effective 

Thermal Conductivity of Silica/clay Mineral Nanocomposite Aerogels, International 

Journal of Heat and Mass Transfer, 136, 899-910. 

106. Amjadi a., Sirousazar M., Kokabi M., (2019), Dual Stimuli   Responsive 

Neutral/Cationic Polymers/Clay Nanocomposite Hhydrogels, J. Appl. Polym. Sci., 

137, 48797, http;//doi.org/10.1002/app.48797 
107. Mousazadeh S., Kokabi M., (2020), Transient Swelling Behaviour of Dual stimuli 

Sensitive Nanocomposite Hydrogels, Polymer 191, 122280. 

108. Akbari R., Alamdarnejad, G., Kokabi M., (2020), A Constitutive Model of 

Thermoviscoelastic Semicrystalline Shape Memory Polymer Considering Viscous 

Dissipation in the Amorphous Phase, Journal of Applied Polymer Science,  e49398, 

1-15 

109. Karimi Alavije S., Kokabi M., Soleimani M., (2020), Endothelial Cells 

Performance on 3D Electrospun PVA/graphene Nanocomposite Tubular Scaffolds, 

Polymer Bulletin, https://doi.org/10.1007/s00289-020-03340-y. 

110. Nikfarjam M., Kokabi M., (2020), Chitosan/laponite Nanocomposite Nanogels as a 

Potential Drug Delivery System, Polymer Bulletin, https://doi.org/10.1007/s00289-

020-03335-9. 

111. Sharafkhani S., Kokabi M., (2020), Ultrathin-Shell PVDF/CNT Nanocomposite 

Aligned Hollow Fibers as a Sensor/Actuator Single Element, Composites Science 

and Technology, 200, 108425.  
 https://doi.org/10.1016/j.compscitech.2020.108425 

112. Fini Bidgoli, M., Arabgol F., Kokabi M., (2020), Ablation Behavior of Elastomeric 

Insulator based on Nitrile Rubber Containing Silica or Silica‑clay Aerogels, Iranian 

Polymer Journal (2020) 29:985–996, https://doi.org/10.1007/s13726-020-00855-z 

113. Hosseinabadi S,, Jafari M.J., Kokabi M., Mohseni M., (2020), Improving the 

electromagnetic shielding of fabricated NdFeB particles by a coating thin 

carbonaceous layer, Chemical Phsics Letter, 739, 137015. 

https://doi.org/10.1016/j.cplett.2019.137015 

 

 

 

 همايش هاي ملي و بين المللي  -ب

1. Meghrazi, M., Kokabi, M., Hemmati, M., Mohammadi, N., (1996), Third 

International Rubber Conference, Tehran, I.R.IRAN, 28-30 Oct. 

2. Kokabi, M., Bakhteiari, M.R., (1997), Second Iranian Congress on Chemical 

Engineering, Tehran, I.R.IRAN, 24-26 February. 

3. Kokabi, M., Pirooz, A., Nekomanesh Haghighi, M., (1997), Second International 

Seminar on Polymer Science and Technology, Tehran, I.R. IRAN, 3-5 November. 

 رفتار مطالعه و اسيداكريل سيستم در شدن ژل مكانيسم بررسي» (،1376، )كوكبي مهرداد ـ طاهوني نسيم ۴

 .390-38۴اهواز، ،شيمي مهندسي كنگره سومين مقالات مجموعه ،«ژل حرارتي

 غشاهاي وساخت دهيشكل در پليمري حامل از استفاده» (،1376،)كوكبي مهرداد ـ زادهكاظم ارژنگ 5

 .۴36-۴30اهواز، ،شيمي مهندسي كنگره سومين مقالات مجموعه ،«سراميكي

 ،«پليمري منبع ازسراميكي موئين مستحكم الياف توليد» (،1376، )بشكاني عسگري حميد ـ كوكبي مهرداد 6

 .۴8۲-۴79اهواز،  ـ شيمي مهندسي كنگره سومين مقالات مجموعه

 ساخت در بازيافته زلاستيكهايا استفاده» (،1376، )سمسارزاده محمدعلي ـ كوكبي مهرداد ـ خانبابايي قادر 7

 .كرمان ـ ايران لاستيك ملي سمينار اولينمقالات مجموعه ،«فلزي سطوح براي كامپوزيتي هايروكش

 كنگره سومين مقالات،مجموعه«فلزي سطوح بر كامپوزيتي روكش» (،1376، )كوكبي مهرداد ـ خانبابايي قادر 8

 .۴۲9-۴۲3اهواز،  ـ ايران شيمي مهندسي ملي

 ،«غيرمتعارف وسخت شرايط براي بالا كارايي با پليمري بتن» (،1377، )كوكبي مهرداد ـ خانبابايي قادر 9

 .تهران ـ درياييهايسازه و بنادر ،سواحل الملليبين كنفرانس سومين مقالات مجموعه

-PVC/NBR،«آلياژ بررسي» (،1377، )كوكبي مهرداد ـ ياحمد علي ـ همتي محمود ـ محمدميرعلي 10

RRتهران ـ پتروشيمي گاز ،نفت همايش نهمين. 

 و زلزله برابر در بسيارمقاوم كامپوزيتي هايجداكننده طراحي»(، 1378، )كوكبي مهرداد ،بهراميان احمدرضا 11

 ،ايران لاستيك ملي همايش سومين «وفولاد الياف با هشد تقويت الاستومري ايلرزه هايجداكننده مقايسه

 .شيراز

javascript:void(0)
javascript:void(0)
javascript:void(0)
javascript:void(0)
javascript:void(0)
javascript:void(0)
javascript:void(0)
https://doi-org.libproxy1.nus.edu.sg/10.1016/j.carbpol.2018.08.054
https://www.sciencedirect.com/science/article/pii/S1359836819305086
https://www.sciencedirect.com/science/article/pii/S1359836819305086
https://www.nature.com/articles/s41428-018-0167-y
https://www.nature.com/articles/s41428-018-0167-y
https://www.sciencedirect.com/science/article/pii/S0017931018356667
https://www.sciencedirect.com/science/article/pii/S0017931018356667
https://doi.org/10.1007/s00289-020-03340-y
https://doi.org/10.1007/s00289-020-03335-9
https://doi.org/10.1007/s00289-020-03335-9
https://doi.org/10.1016/j.compscitech.2020.108425
https://doi.org/10.1007/s13726-020-00855-z


  

 پنجمين ،«استرپليپايه بر پليمري بتن»(، 1379، )كوكبي مهرداد ـ پوراسماعيلي بابك ـ خانبابايي قادر 1۲

 .شيراز ،شيمي مهندسي الملليبين كنگره چهارمين و ملي كنگره

 از بااستفاده PVC/NBR ،«آميزه پارگي مقاومت بهبود» (،1379، )كوكبي ادمهرد ـ ميرعلي محمود 13

SBRشيراز ،شيمي مهندسي الملليبين كنگره چهارمين و ملي كنگره پنجمين. 

 تقويت الاستومريهايجداكننده براي پسماند تحليلي مدل»(، 1379، )كوكبي مهرداد ـ بهراميان احمدرضا 1۴

 مهندسي الملليبين كنگره وچهارمين ملي كنگره پنجمين ،«زلزله برابر در مقاوم بسيار الياف با شده

 .شيراز ،شيمي

 در پليمرها بركاربرد مروري» (،1379، )فاميلي نويد محمدحسين ـ كوكبي مهرداد ـ براتي ابوالفضل 15

 كنگره چهارمين و مليكنگره پنجمين ،«ژل يريزقالب روش به مهندسي هاي سراميك دهيشكل

 .شيراز ،شيمي مهندسي الملليبين

 زيست سراميك و پليمركامپوزيت ساخت» (،1379، )ابراهيميگلشن نادره ـ كوكبي مهرداد ـ اصالتي ابراهيم 16

 ،شيمي مهندسي الملليبين گرهكن وچهارمين ملي كنگره پنجمين ،«تزريقي گيريقالب روش به سازگار

 .شيراز
17. Kokabi, M., Babaluo, A.A., Kazemzodeh, A., (2000), "Fabrication and 

Characterization of Ceramic Membranes by Using Polymeric Binder", Fifth 

Iranian Seminar on Polymer Science and Technology, Tehran, I.R. IRAN. 

18. Kokabi, M., Babaluo, A.A., Aalaie, J., (2000), "The Effect of Particle Size 

Distribution of Powders on the Micro-structures of Ceramic Membranes", Fifth 

Iranian Seminar on Polymer Science and Technology, Tehran, I.R. IRAN. 

19. Razavi, M., Kokabi, M., Liaghat, G.H., (2000), "Investigation of Impact 

Behaviour of Polymer Matrix Composites", Fifth Iranian Seminar on Polymer 

Science and Technology, Tehran, I.R.IRAN. 

20. Esmaeili Pour, B., Kokabi, M., Liaghat, G.H., Bahmanyar, H., 

(2000),"Application of Polymer Concretes as Ballistic Panels", Fifth Iranian 

Seminar on Polymer Science and Technology, Tehran, I.R. IRAN. 

21. Barati, A., Kokabi, M., Famili, M.H.N., (2000), "Ceramic Injection Moulding 

(CIM) as a Novel Shaping Method", Fifth Iranian Seminar on Polymer Science 

and Technology, Tehran, I.R. IRAN. 

22. . Barati, A., Kokabi, M., Famili, M.H.N., (2000), "Using In-Situ Polymerisation in 

Forming Ceramic Articles", Fifth Iranian Seminar on Polymer Science and 

Technology, Tehran, I.R. IRAN. 

23. . Bahramian, A.R., Kokabi, M., (2000), "Theoretical Comparison of Properties of 

Steel Plates and Fibre Reinforced Elastomeric Seismic Isolators", Fifth Iranian 

Seminar on Polymer Science and Technology, Tehran, I.R. IRAN. 
 آميزه طراحي در وچيتاگروش از استفاده» (،1379، )كوكبي مهرداد ـ مرشدي آفاق ـ بهراميان احمدرضا  ۲۴

  .يزد ،لاستيك مليهمايش چهارمين ،«ايلرزه هايجداكننده براي بهينه الاستومري

 روش به سراميكي توليدشده قطعات كردن خشك در بديع روشي» (،1380، )كوكبي مهرداد ـ براتي ابوالفضل ۲5

 .اصفهان ،ايران شيمي مهندسي ملي كنگره ششمين ،«ژل ريزيقالب

 ملي كنگره ، ششمين«رس خاك ـ پليمري هاينانوكامپوزيت» (،1380، )كوكبي مهرداد ـ رئيسي عبدالهادي ۲6

 .اصفهان ،ايران شيمي مهندسي

 مهندسي ملي كنگره ، ششمين«پليمر پايه بر نانوكامپوزيتي آهنرباي» (،1380، )كوكبي مهرداد ـ عربگل فاطمه ۲7

 .اصفهان ،ايران شيمي

 حرارتي تخريبسينتيك تحليل» (،1380، )بهشتي محمدحسين ـ كوكبي مهرداد ـ لاوي محسني رسول ۲8

 .،اصفهانايران شيمي مهندسي ملي كنگره ششمين ،«فنليك بازالت كامپوزيت

 الاستومري ايلرزههايجداكننده در تنش ميرايش بررسي» (،1380، )كوكبي مهرداد ـ بهراميان احمدرضا  ۲9

 ،ايران شيمي مهندسي ملي كنگرهششمين ،«هالايه چند كلاسيك نظريه از استفاده با الياف با شده تقويت

 .اصفهان

 آلومينا دهيشكل و استفادهسيبرر» (،1380، )كوكبي مهرداد نيا،صالح مژده ،رئيسي عبدالهادي ،اصالتي ابراهيم 30

 مهندسي كنفرانس دهمين «بدن ديده آسيبقطعات جايگزيني و ترميم براي تزريقي گيريقالب روش به

 .تهران ،ايران پزشكي

 «سراميك - سراميكهايكامپوزيت ساخت در نانو فناوري كاربرد»(،1380بابالو، ) اكبر علي ،كوكبي مهرداد 31

  تهران ،آينده صنعتي انقلاب ،نانوتكنولوژي كاربردي - علمي همايش

 خاك - پليمر هاينانوكامپوزيت آتشگيري» (،1380، )قلمزرين عبدالصمد ،كوكبي مهرداد ،صحرائيان راضي 3۲

  تهران ،آيندهصنعتي انقلاب ،نانوتكنولوژي كاربردي - علمي همايش «رس

 پلي نانوكامپوزيت وريرفتارشعله معرفي» (،1381، )قلمزرين عبدالصمد ،كوكبي مهرداد ،صحرائيان يراض 33

  تهران ،ايرانشيمي مهندسي ملي كنگره هفتمين ،«رس خاك - استايرن

 پايداري در اسيد اكريليكپرومتآمونياكي نمك اثر» (،1381بابالو، ) اكبر علي ،كوكبي مهرداد ،براتي ابوالفضل 3۴

 . تهران ،ايران شيمي مهندسيملي كنگره هفتمين« آلومينايي غليظ هاينسوسپانسيو

 بررسي براي ساده روشي»(، 1381، )فاميلي نويد محمدحسين ،براتي ابوالفضل ،كوكبي مهرداد بابالو، اكبرعلي 35

 مهندسي ملي كنگره هفتمين« ژل ريزيدرقالب استفاده مورد غيرآلي - آلي هايتعليقي رئولوژيكي رفتار

 .تهران ،ايران شيمي

 و اندازه روي پليمريحامل بنديدانه تاثير» (،1381، )دشت هره اعلايي جمال ،كوكبي مهرداد بابالو، اكبرعلي 36

 .تهران ،ايران شيميمهندسي ملي كنگره هفتمين «سراميكي غشاهاي حفره اندازه توزيع

 قطعات كردن خشك بر مؤثرعوامل» (،1381، )براتي ابوالفضل ،مهردادكوكبي ،پهلوانزاده حسن ،شاهيني محمد 37

 مهندسي ملي كنگره هفتمين «كننده خشكمايع از استفاده با ژل روش به شده ژل ريزي قالب سراميكي

 .تهران ،نايرا شيمي

 پايه بر سراميك -پليمر هايكامپوزيت نانو تهيه» (،1381، )مرشدي آفاق ،رئيسي عبدالهادي ،كوكبي مهرداد 38

 .تهران ،ايران شيمي مهندسي ملي كنگره هفتمين ،«نيتريل لاستيك



  

 مهندسي ملي كنگرههفتمين ،«مريپلي كامپوزيتي شمشي فنر» ،)1381، )كوكبي مهرداد مشيرنيا، مجتبي 39

  تهران ،ايران شيمي

-سراميك از استفاده با مصنوعياستخوان ساخت» (،1381، )رئيسي عبدالهادي ،مهردادكوكبي ،اصالتي ابراهيم ۴0

  تهران ،ايران شيمي مهندسي ملي كنگرههفتمين«تزريقي قالبگيري روش به سازگار زيست هاي

 كنگره هفتمين ،«پذيرانعطافكامپوزيتي آهنرباي» (،1381، )منطقيان مهرداد ،كوكبي مهرداد ،عربگل فاطمه ۴1

  تهران ،ايران شيمي مهندسي ملي

 اولين «نصر پل بر آزمايشيكامپوزيتي روكش» (،1381پور، )اسماعيلي بابك ،خانبابايي قادر ،كوكبي مهرداد ۴۲

 .تهران ،فلزي هايپل پليمري هايروكش يومسمپوز

43. Barati, A, Kokabi, M., Famili, M.H.N., (2003)," Liquid Desiccant Method for 

Drying of Gelcast Ceramics Parts", 6th Iranian Seminar on Polymer Science and 

Technology (ISPST), Tehran, Iran. 

44. Babaluo, A.A., Kokabi, M.,(2003), "Using of Nano-Size Polymeric Binders in 

Manufacturing of Micro-Filtration Membranes, 6th Iranian Seminar on Polymer 

Science and Technology (ISPST), Tehran, Iran. 

45. Bahramian, A. R., Kokabi, M., (2003) "High Temperature Degradation of Phenolic 

Insulator", 6th Iranian Seminar on Polymer Science and Technology (ISPST), 

Tehran, Iran. 

46. Barati, A., Kokabi, M., Famili, M. H. N., (2003), "Modeling of Novel Drying 

Method for Gelcast Ceramic Parts", 6th Iranian Seminar on Polymer Science and 

Technology (ISPST), Tehran, Iran. 

47. Moshirnia, M., Kokabi, M., Moaddel, H., (2003), "Cure Kinetics Analysis for 

Epoxy Resin LY5052 Using Non-Isothermal DSC Data", 6th Iranian Seminar on 

Polymer Science and Technology (ISPST), Tehran, Iran. 

48. Shafiei, M.R., Famili, M.H.N., Kokabi, M., (2003)," The Design and Manufacture 

of Self-Wiping Module in Co-rotating Twin Screw Extruder, 6th Iranian Seminar 

on Polymer Science and Technology (ISPST), Tehran, Iran. 

 بالا ايمني با ژل ريزيقالبهايسيستم كمورئولوژي رفتار بررسي» (،138۲، )كوكبي مهرداد بابالو، اكبرعلي ۴9

 شيمي مهندسي ملي كنگره هشتمين مقالاتمجموعه ،«آميد اكريل متداول ژل ريزيقالب سيستم به نسبت

 (.آبان-)مهر مشهد، ،ايران

 غشاهاي رويي لايهضخامت روي كليدي متغيرهاي اثر بررسي» (138۲، )كوكبي مهرداد بابالو، اكبرعلي 50

 (.آبان-)مهر ،مشهد،ايران شيمي مهندسي ملي كنگره هشتمين مقالات مجموعه« غيرآلي

51. Babaluo, A.A., Kokabi,M., Manteghian, M., Sarraf Mamoory, R.,(2003), A 

Modified Model for Alumina Membrane Formation by Gel-Casting and Dip 

Coating, The 5th International Meeting of Pacific Rim  Ceramic Societies, 

September 29-October3, The Ceramic Society of Japan, Nagoya, Japan. 

52. Babaluo, A.A., Kokabi, M., (2004), Gelation Behaviour of Low-Toxicity 

Gelcasting Systems, MACRO2004-40th IUPAC World Polymer Congress, Paris, 

France. 

(، ساخت غشاهاي نانو فيلتراسيوني سراميكي چند لايه اي با استفاده 1383علي اكبر بابالو، مهرداد كوكبي، ) 53

 آذر(.5-3ها، نهمين كنگره ملي مهندسي شيمي ايران،تهران)از فناوري نانو كامپوزيت

سازه هاي كامپوزيتي مكانيكي مواد و  -(، بر رسي رفتار گرمايي1383احمد رضا بهراميان، مهرداد كوكبي، ) 5۴

 آذر(.5-3هاي بالا، نهمين كنگره ملي مهندسي شيمي ايران، تهران )در درجه حرارت

(، مطالعه تجربي بيو بريكت ساخته شده از زغال 1383سحر درستي، عبدالصمد زرين قلم، مهرداد كوكبي،) 55

 آذر( ، 5-3ايران،تهران )قير، نهمين كنگره ملي مهندسي شيمي  -سنگ مزينو طبس با استفاده از ملاس

(، مدل سازي جريان مذاب پليمري در توليد لوله با 1383فاطمه هادي ، مهرداد كوكبي، آرش جعفريان،) 56

 آذر(. 5-3استفاده از سامانه حديده چرخان، نهمين كنگره ملي مهندسي شيمي ايران،تهران )
57. Bahramian, A.R., Kokabi, M., Beheshty, M.H., Famili, M.H.N., (2005), 

Comparison of the Thermal Degradation of a Phenolic Matrix Composite in Air and 

Inert Gas, ISPST2005, The 4th International Seminar on Polymer Science and 

Technology, September 27-29, Tehran, Iran. 

58. Bahramian, A.R., Kokabi, M., Famili, M.H.N., Beheshty, M.H., (2005), Ablating 

Behaviour of a Thermoset Matrix Composite; Theoretical Modeling and 

Experimental Testing, ISPST2005, The 4th International Seminar on Polymer 

Science and Technology, September27-29, Tehran, Iran.  

59. Hadi, F. Kokabi,M., Liaghat, GH. H., (2005), Evaluation of Plastic Pipes Efficiency 

in Rotating Die System, ibid.  

60. Bahramian, A.R., Kokabi, M., Famili, M.H.N., Beheshty, M.H., (2005), Phase 

Changes of Composite based on Thermoset Polymer under High Temperature, 

ISPST2005, The 4th International Seminar on Polymer Science and Technology, 

September27-29, Tehran, Iran. 

61. Sirousazar,M., Kokabi,M., Hassan,Z.M.,(2005), Investigation of the Swelling 

Behaviour of Nanocomposite Hydrogels, ISPST2005-The 4th International Seminar 

on Polymer Science and Technology, September 27-29, Tehran Iran.  

هاي متخلخل با حفره هاي باز و  ( روشي جديد براي توليد سراميك138۴ابوالفضل براتي مهرداد كوكبي ) 6۲

 توزيع اندازه حفره باريك، دهمين كنگره ملي مهندسي شيمي ايران زاهدان.

 ساخت عضله مصنوعي روبوتيك از جنس ( بررسي 138۴ابوالفضل براتي مهرداد كوكبي ) 63

 هاي پلِيمري هوشمند دهمين كنگره ملي مهندسي شيمي ايران زاهدان.ژل
64. Bahramian, A.R., Kokabi, M., Famili, M.H.N., Beheshty, M.H., 

(2005),Thermal degradation Process of a Char Forming Phenolic Matrix 

Composite, ISPST2005, The 10th Iranian Chemical Engineering Congress,15-

17 November , Zahedan, Iran. 

65. Amirshaghaghi A. , Kokabi M., (2006), ZnO Nanopowder Preparation by 

Gelcasting at Low Temperature, IUPAC International Symposium on 

Advanced Polymers for Emerging Technologies, Commemorating the 30th  

Anniversary of the Polymer Society of Korea, October 10-13, BEXCO, Busan, 

Korea.  



  

66. Amirshaghaghi A., Kokabi M., (2006), a- Al2O3 Nanopowder Preparation by 

Gelcasting at Low temperature, 9th Annual UNESCO/ IUPAC Conference on 

Macromolecules: Polymer for Advanced Applications, 20-23-November, 

Stellenbosch, South Africa. 

اتيلن سبك/خاك رس اصلاح شكلي پلينانوكامپوزيت حافظه(، 1385ساينا رضانژاد، مهرداد كوكبي، ) 67

 كنگره ملي مهندسي شيمي ايران، تهران.شده، يازدهمين 

هاي دمشي نانوكامپوزيت پلي پروپيلن، (، مطالعه ساختاري فيلم1385امين ميرزاده، مهرداد كوكبي، ) 68

 يازدهمين كنگره ملي مهندسي شيمي ايران، تهران.

مونت  -(، تهيه نانوكامپوزيت پلي آنيلين 1385اكبر انتظامي، )معصومه گل محمدي، مهرداد كوكبي، علي 69

 ندسي شيمي ايران، تهران.موريلونيت اصلاح شده به روش محلولي، يازدهمين كنگره ملي مه
70. Bahramian A.R., Kokabi M., (2006), Intercalation and Preparation of Kaolinite 

Layered Silicate Nanocrystal, 1st International Congress of Nanoscience and 

Nanotechnology, Faculty of Engineering, University of Tehran, Iran, 18-20 

December. 

71. Rezanejad, S., Kokabi M., (2006), Evaluation the Performance o the 

Crosslinked Polyethylene/Clay Nanocomposites, 1st International Congress of 

Nanoscience and Nanotechnology, Faculty of Engineering, University of 

Tehran, Iran,18-20 December. 

72. Bahramian A.R., Kokabi M., Famili M.H.N., Beheshty M.H., (2006), Thermal 

Conduction Mechanism of the High Performance Layered Silicate Resol Type 

Phenolic Resin Nanocomposite, The 11th Iranian Chemical Engineering 

Congress, 28-30 November – Tehran, Iran.  

73. Bahramian A.R., Kokabi M., Famili M.H.N., Beheshty M.H., (2006), Inverse 

solution analysis of ablative nanocomposite heat shield, 1st Aerospace 

Structures & Separation Systems Symposium, Aerospace Industrial 

Organization, Tehran, Iran, December. 

(،  تاثير حضور خاك رس اصلاح شده برسختي 1385مهرداد كوكبي، آْفاق مرشدي،)سمانه خانلري،   7۴

يازدهمين كنگره ملي مهندسي شيمي ايران،  ،ناشي از  پيري  نانوكامپوزيت بر پايه لاستيك طبيعي

 تهران.

ين  به روش قالب ريزي ژل، يازدهم 3O2Al-α(، تهيه نانو پودر 1385احمد اميرشقاقي، مهرداد كوكبي، ) 75

 كنگره ملي مهندسي شيمي ايران، تهران.

( ، بررسي پاسخگويي سامانه نوين 1385محمد سيروس آذر، هاجر جعفري عنصر رودي، مهرداد كوكبي، ) 76

 آزاد سازي دارويي پاسخگو به دما، يازدهمين كنگره ملي مهندسي شيمي ايران، تهران.

( ،تاثير ميزان خاك رس بر خواص 1385) محمد سيروس آذر، ، مهرداد كوكبي، زهير محمد حسن 77

 ملي كنگره يازدهمين موريلونيت، مونت –مكانيكي هيدروژل هاي نانو كامپوزيتي پلي وينيِل الكل 

 .تهران ايران، شيمي مهندسي
78. Bahramian A.R., Kokabi M., Famili M.H.N., Beheshty M.H., (2007), Ablation 

mechanism of the high performance layered silicate resol type phenolic resin 

nanocomposite, The China International Conference on High-Performance Ceramics 

(CICC-5).  

79. Bahramian A.R., Kokabi M., Famili M.H.N., Beheshty M.H., (2007), Thermal 

stability of phenolic resin layered silicate nanocomposites, The China International 

Conference on High-Performance Ceramics (CICC-5).   

80. Bahramian A.R., Kokabi M., Famili M.H.N., Beheshty M.H., (2007), 

Resol/Kaolinite nanocomposite as an effective heat shield, 7th Iranian Seminar on 

Polymer Science and Technology (ISPST 2007), 23-25 October 2007, Tehran, Iran.  

81. Bahramian A.R., Kokabi M., Famili M.H.N., Beheshty M.H., (2007), Synthesis and 

Characterisation of Kaolinite layered silicate Nanocomposite, 7th Iranian Seminar on 

Polymer Science and Technology (ISPST 2007), 23-25 October 2007, Tehran, Iran.  

82. Bahramian A.R., Kokabi M., Famili M.H.N., Beheshty M.H., (2007), Thermal 

stability of phenolic resin/montmorillonite nanocomposite, 7th Iranian Seminar on 

Polymer Science and Technology (ISPST 2007), 23-25 October 2007, Tehran, Iran.  

83. Sirousazar, M., Kokabi M., Hassan  Z.M., (2007), Temperature Dependency of 

water uptake properties of the poly vinyl alcohol/ clay nanocomposite hydrogels, 

7th Iranian Seminar on Polymer Science and Technology (ISPST 2007), 23-25 

October 2007, Tehran, Iran.  

84. Dehghani-Ashkezari G., Aghakouchak A.A., Kokabi M., (2007), Design, 

Manufacturing and Evaluation of the Performance of Fiber Reinforced 

Elastomeric Seismic Isolators, 5th International Conference on Seismology and 

Earthquake Engineering, Tehran. Iran. 

85. Khanlari, S., Kokabi M., Morshedi, A., (2007), The effect of Nanofiller on 

Improvement the Aging resistance of Elastomeric Compounds based on NR, 7th 

Iranian Seminar on Polymer Science and Technology (ISPST 2007), 23-25 

October, Tehran, Iran.  

86. Khanlari, S., Kokabi M., Morshedi A., (2008), The effect of Organoclay on Fire 

Resistance of  Nanocomposites based on Natural Rubber, Poly Char16; World 

Forum on Advanced Materials, 17-21 February, World Unity Convection Centre, 

Lucknow, India. 

87. Pashaei Sorbaghi F., Kokabi M., Nekoomanesh Haghighi M., (2008), Synthesis 

and Characterization of Poly (Glycidyle Nitrate) as an Energetic Polymer, Poly 

Char16; World Forum on Advanced Materials, 17-21 February, World Unity 

Convection Centre, Lucknow, India. 

88. Amirshaghaghi A., Kokabi M., (2008), Al2O3- ZrO2 Nanopowder Preparation 

by Polymer Gel-net at Low temperature, Poly Char16; World Forum on 

Advanced Materials, 17-21 February, World Unity Convection Centre, Lucknow, 

India. 

89. Bahramian A.R., Kokabi M., Famili M.H.N., Beheshty M.H., (2008), 

Flammability of Kaolinite Layered Silica / Phenolic Resin/ Asbestos Cloth 



  

Nanocomposite, The 5th International Chemical Engineering Congress & 

Exhibition, 2-5 January, Kish Island, Iran. 

90. Bahramian A.R., Kokabi M., Famili M.H.N., Beheshty M.H., (2008), Ablative 

Performanceof Resol/ Kaolinite Nanocomposite, The 5th International Chemical 

Engineering Congress & Exhibition, 2-5 January, Kish Island, Iran.  

91. Bahramian A.R., Kokabi M., (2008), A Curing Kinetic Model of 

Montmorillonite Layered Silicate Nanocomposite, The 5th International Chemical 

Engineering Congress & Exhibition, 2-5 January, Kish Island, Iran. 

92. Khanlari, S., Kokabi M., Morshedi A., (2008), The Effect of Organoclay on 

Curing Time of Elastomeric Nanocomposites based on NR, The 5th International 

Chemical Engineering Congress & Exhibition, 2-5 January, Kish Island, Iran.  

93. Samani F., Kokabi M., (2008), Optimizing the Electrospinning Process 

Conditions to Produce Polyvinyl Alcohol Nanofibers, The 2nd Conference on 

Nanostructures (NS2008), March 11-14, Kish University, Kish Island, Iran. 

94. Samani F., Kokabi M., (2008), Electrospun PLGA/Organoclay Nanocomposite 

Scaffold; Morphology, Mechanical, and Structural Characteristics", 24th Annual 

Meeting of Polymer Processing Society (PPS24), June 15-19, Salerno, Italy.  
95. Amirshaghaghi A., Kokabi M., (2008), Preparation of ZrO2 Nanopowder by 

Polymer Gel Net  at Low Temperature, The 2nd Conference on 

Nanostructures(NS2008), March 11-14, Kish University, Kish Island, Iran. 

96. Bahramian A.R., Kokabi M., (2008), Thermal Diffusivity Mechanism of the 

High Performance Polymer Layered Silicate Nanocomposite Heat Shield, 18th 

European Conference on Thermophysical Properties, Pau, France, 31Aug. - 4 

Sep.  

97. Pashaei Sorbaghi F., Kokabi M., Nekoomanesh Haghighi M., (2008), Synthesis 

and Characterization of Glycidyl Nitrate, 15th Iranian seminar of organic 

chemistry, 27-29 August 2008, Kermanshah, Iran. 

98. Pashaei Sorbaghi F., Kokabi M., Nekoomanesh Haghighi M., (2008), Synthesis 

of Poly (Glycidyl Nitrate) Energetic Polymer, 15th Iranian Seminar of Organic 

Chemistry, 27-29 August 2008, Kermanshah, Iran. 

99. Amirshaghaghi A., Kokabi M., (2008), Yitria-Stabilized Zirconia (YSZ) 

Nanopowder Preparation by Polymer Gel-Net at Low Temperature, ICC2, 

Verona, Italy.  

100.  Amirshaghaghi A., Kokabi M., Yttria-Stabilized Zirconia (YSZ)/ Al2O3 

Composite Nanopowder Preparation by Polymer Gel-Net at Low Temperature, 

24th Annual Meeting of Polymer Processing Society (PPS24), June 15-19, 

Salerno, Italy. 
101.  Khanlari S., Kokabi M., (2008), Investigation the Thermal Stability of NR/ 

Organoclay Nanocomposite, 2nd International Congress on Nanoscience and 

Nanotechnology (ICNN2008), 28-30 October, University of Tabriz, Tabriz, 

Iran. 

102.  Paydayesh A., Kokabi M., Bahramian A.R., (2008), Purification and Surface 

Modification of Layered Silicate Kaolinite as Potential Nanofiller, 2nd 

International Congress on Nanoscience and Nanotechnology (ICNN2008), 28-

30 October, University of Tabriz, Tabriz, Iran. 

103.  Mokhtari M., Kokabi M., Bahramian A.R., (2008), Study the Effect of Epoxide 

Natural Rubber on Morphology and Mechanical Properties of Natural Rubber/ 

Organoclay Nanocomposite Systems, 2nd International Congress on Nanoscience 

and Nanotechnology (ICNN2008), 28-30 October, University of Tabriz, Tabriz, 

Iran. 

104.  Bahramian A.R, Kokabi M., (2008), The Synthesis of SiAlON from Kaolinite 

and Carbon Black Nanopowder, 2nd International Congress on Nanoscience and 

Nanotechnology (ICNN2008), 28-30 October, University of Tabriz, Tabriz, 

Iran. 

105.  Amirshaghaghi A., Kokabi M., Keschtekar H.A.,(2008), Preparation of 

Alumina Nanofibers by Electrospinning, 2nd International Congress on 

Nanoscience and Nanotechnology (ICNN2008), 28-30 October, University of 

Tabriz, Tabriz, Iran. 

106.  Khanlari S., Kokabi M., (2008), Improving the Vertical Stiffness of Fiber 

Reinforced Seismic Isolator Using Nanocomposite Rubber Compound, 1st 

International Conference on Composites; Characterization, Fabrication and 

Applic\ation, (CCFA-1), December 15-18, Kish, Iran. 

107.  Rastegar O., Kokabi M., Razaghi Kashani M., (2008), The Effect of Nanoclay 

on the Morphology of Polymer/Bitumen Blend, The 1st International Bitumen 

Conference, Tehran, Iran. 

108.  Amirshaghaghi A., Kokabi M., Pashaei Sorbaghi F., (2009), The Production 

Mechanism of A2lO3-ZrO2 Nanopowder Via Metal-Containing Polymer 

Precursors, Nanospain 2009, 9-12 March, Zaragoza, Spain. 

109.  Golbang A., Kokabi M., (2009), )  Effect of Nanoclay on Extensibility and 

Recovery of Cross Linked Low Density Polyethylene Shape Memory 

Nanocomposites, Nanospain 2009, 9-12 March, Zaragoza, Spain. 

110.  Mokhtari M., Kokabi M., (2009), The Effect of Epoxidized Natural Rubber 

(ENR) on the Morphology and Curing Characteristics of Natural Rubber / 

Organoclay Nanocomposite Systems, Nanospain 2009, 9-12 March, Zaragoza, 

Spain. 

111. Bahramian A.R., Kokabi M., Arabpour F., (2009), Beta-sialon nanopowder 

synthesis from kaolinite/carbon black mixture, The Sixth China International 

Conference on High-Performance Ceramics, August 16-19, Harbin, China. 

112.  Amirshaghaghi A., Kokabi M., Arabpour F., Bahramian A.R., (2009), The 

effect of various metal ions on idel time of ceramic gelcasting systems, The 

Sixth China International Conference on High-Performance Ceramics, August 

16-19, Harbin, China. 



  

113. Arabpour F.,  Kokabi M., Saeed Mohammadi A., (2009), The Rheological 

behaviour Investigation  of  PEG- Al2O3 Mixtures, The Sixth China 

International Conference on High-Performance Ceramics, August 16-19, 

Harbin, China. 

114.  Paydayesh A., Kokabi M., Bahramian A.R., (2009), Intercalation of DMSO into 

Kaolinite; Comparison of Slow and Fast Methods, XIV International Clay 

Conference- Castellaneta Marina- Italy, June 14-20. 

115.  Pashaei Sorbaghi F., Kokabi M., Golbang A., Ghafarlou S., (2009), Comparison 

of Slow and Fast Methods in Montmorillonite Modification, XIV International 

Clay Conference- Castellaneta Marina- Italy, June 14-20. 

116.  Pashaei Sorbaghi F., Kokabi M., Ghafarlou S., Golbang A., (2009), 

Montmorillonite Modification by  HTAB, XIV International Clay Conference- 

Castellaneta Marina- Italy, June 14-20. 
(، تلفيق فرايندهاي قالب 1388احمد اميرشقاقي، مهرداد كوكبي، فرزانه عربپور، احمدرضا بهراميان،) 117

فروردين،  ۲6-۲5ريزي ژل و پرس ايزواستاتيك سرد در شكل دهي ديرگدازها، اولين همايش ملي ديرگداز، 

 پژوهشگاه مواد و انرژي.

(، سنتز ديرگداز بتا سيالون 1388اميرشقاقي، فرزانه عربپور،) احمدرضا بهراميان، مهرداد كوكبي، احمد 118

 فروردين، پژوهشگاه مواد و انرژي. ۲6-۲5به روش احياي كائولينيت، ، اولين همايش ملي ديرگداز، 

(، شكل دهي ديرگداز آلومينا 1388فرزانه عربپور، مهرداد كوكبي، احمد اميرشقاقي، احمدرضا بهراميان،) 119

 فروردين، پژوهشگاه مواد و انرژي. ۲6-۲5از روش قالب ريزي ژل، اولين همايش ملي ديرگداز، با استفاده 

120. Amirshaghaghi A., Kokabi M., Arabpour F., Bahramian A.R., (2009), 

“Investigation of Idle Time Variations in Presence of Different Metal Cations 

in Gelcasting Process of Ceramic Powder via UV-visible Absorption 

Method”, China International Conference on High –Performance Ceramics, 

August, Harbin, China. 

121. Bahramian A.R., Kokabi M., Arabpour F., (2009), “β-SiAlON Nanopowder 

Synthesis from Kaolinite- nanosized Carbon Black Mixture” China 

International Conference on High –Performance Ceramics, August, Harbin, 

China. 

122. Sirousazar M., Kokabi M., Hassan Z.M., (2009), In vivo Investigation on 

PVA-clay Nanocomposite Hydrogel as Wound Dressing, International 

Conference on Nanoscience and Technology, Beijing, China, September 1-3. 

   

123. Sirousazar M., Kokabi M., Hassan Z.M., Bahramian A.H., (2009), Swelling 

behaviour of nanocomposite hydrogels based on polyvinyl alcohol and 

kaolinite nanoclay, X International Conference on Nanostructured Materials, 

Rome, Italy, September 13-17. 

124.  Sirousazar M., Kokabi M., Hassan Z.M., (2009), The Effect of Organoclay on 

the Structural Characteristics of Polyvinyl Alcohol Based Bionanocomposite 

Hydrogels, 13th European Conference on Applications of Surface and Interface 

Analysis, Antalya, Turkey, October 18-23. 

125.  Bahramian A.R., Kokabi M., (2009), FT-IR study of β-sialon synthesis from 

kaolinite-polyacrylamide precursor, 9th International Seminar on Polymer 

Science and Technology, Iran Polymer and Petrochemical Institute, Tehran, 

Iran 17-21 October. 

126.  Pashaei Soorbaghi F., Sharif Z., Bahramian A.R., Kokabi M., (2010), 

Corrosion Resistance of Ceramic Articles fabricated Form SiAlON 

Nanopowder, Third Conference on Nanostructures, Kish Island, I.R. Iran, 

March 10-12. 

127.  Sirousazar M, Kokabi M., Hassan Z.M., Bahramian A.R., (2010), Dehydration 

Kinetics and Mechanism op Polyvinyl Alcohol Nanocomposite Hydrogel 

Containing Hydrophilic Na-Montmorillonite Nanoclay, Third Conference on 

Nanostructures, Kish Island, I.R. Iran, March 10-12. 

128.  Sirousazar M., Kokabi M., Hassan Z.M., Bahramian A.H., (2010), Network 

Properties of Poly (vinyl alcohol)/Na-Montmorillonite Nanoporous 

Nanocomposite Hydrogels (Double-Nano Hydrogels), NANOCON 2010, 

Olomouc, Czech Republic, October 12-14. 

129.  Sirousazar M., Kokabi M., Hassan Z.M., Bahramian A.H., (2010), Freeze-

Thawed PVA/Kaolinite Nanocomposite Hydrogels: Preparation, 

Characterization and Mechanical Properties, NANOCON 2010, Olomouc, 

Czech Republic, October 12-14. 

130.  Arabpour F., Kokabi M., Bahramian A.R., (2010), “The Effect of SiAlON 

Nanopowder on the Gelation of  Acrylamide/ Methylene bis Acrylamide System, 

International Congress on Nanoscience and Nanotechnology (ICNN2010), 

Shiraz, I.R. Iran, November 9-11. 

131.  Sirousazar M., Kokabi M., Hassan Z.M., Bahramian A.H., (2010), Double-

nano Hydrogels: Nanoporous Nanocomposite Hydrogels, International 

Congress on Nanoscience and Nanotechnology (ICNN2010), Shiraz, I.R. Iran, 

November 9-11.  

132. Sirousazar M., Kokabi M., Hassan Z.M., Bahramian A.H., (2010), Preparation 

and Characterization of Nanocomposite Hydrogels Based on Polyvinyl Alcohol 

and Montmorillonite, International Congress on Nanoscience and 

Nanotechnology (ICNN2010), Shiraz, I.R. Iran, November 9-11. 

133.  Moghanizadeh Ashkezari M., Kokabi M.,  Soleimani  M., (2010), The Effect 

of Collector Rotation Speed on Morphology and Mechanical Properties of 

Electrospun Nanocomposite Scaffold, International Congress on Nanoscience 

and Nanotechnology (ICNN2010), Shiraz, I.R. Iran, November 9-11. 

134. Paydayesh A., Kokabi M., Bahramian A.R., (2010), Ablation Modeling of 

Highly Filled Nanocomposites Heat shields, International Congress on 

Nanoscience and Nanotechnology (ICNN2010), Shiraz, I.R. Iran, November 9-



  

11. 

135.  Paydayesh A., Kokabi M., Bahramian A.R., (2010), The Ablation of Highly 

Filled Polymeric Nanocomposites at high Temperatures International Congress 

on Nanoscience and Nanotechnology (ICNN2010), Shiraz, I.R. Iran, November 

9-11. 

136.  Pashaei Soorbaghi F, Kermani A.M., Kokabi M., (2010), Oxygen Barrier 

HDPE/Organoclay Nanocomposite Films, International Congress on 

Nanoscience and Nanotechnology (ICNN2010), Shiraz, I.R. Iran, November 9-

11. 

137. Ghafarloo S., Kokabi M., (2010), Polyether Amine-Cured Epoxy/Organoclay 

Nanocomposites: Morphology And Damping Properties, International 

Congress on Nanoscience and Nanotechnology (ICNN2010), Shiraz, I.R. Iran, 

November 9-11. 

138.  Bahramian A.R, Kokabi M., (2010), Carbonitriding Synthesis of Βeta-Sialon 

Nanopowders From Polymer/Clay Precursor, International Congress on 

Nanoscience and Nanotechnology (ICNN2010), Shiraz, I.R. Iran, November 9-

11. 

139.  Najafi I., Kokabi M., (2010), Carbothermal Production of Nanocrystalline 

Αlpha/Βeta Sialon via Polyacrylamide Gel Method, International Congress on 

Nanoscience and Nanotechnology (ICNN2010), Shiraz, I.R. Iran, November 9-

11. 

140.  Golbang A., Kokabi M., (2010), The Effect of Conductive Filler on the 

Thermo-Mechanical Properties of Shape Memory Nanocomposites, 

International Congress on Nanoscience and Nanotechnology (ICNN2010), 

Shiraz, I.R. Iran, November 9-11. 

141. Sabagh S., Bahramian A.R.,  Kokabi M., (2010), Investigation of 

Nanocomposite Toughness Based on Epoxy Resin and Sialon Nanopowder, 

International Congress on Nanoscience and Nanotechnology (ICNN2010), 

Shiraz, I.R. Iran, November 9-11. 

142. Arabgol F., Kokabi M., Bahramian A .R., (2011), A Perturbation Technique to 

Solve Ablation Problems of Polymer Composites, International Conference on 

Composites and Nanocomposites, (ICNC), Kottayam, India, Jan 7-9.. 
143. Sirousazar M., Kokabi M., Hassan Z.M., Bahramian A.H., (2009), The effect of 

Na-MMT on the static and dynamic mechanical properties of PVA 

nanocomposite hydrogels, X International Conference on Nanostructured 

Materials, Rome, Italy, September 13-17  
144. Arabgol F., Kokabi M., Bahramian A.R, (2010), A New Method for Prediction 

the Temperature-Dependent Thermo-Physical Properties of Elastomeric 

Composite in High Temperature, The 2th International Conference on 

Composites: Characterization, Fabrication and Application (CCFA-2) Dec. 27-

30, Kish Island, Iran. 

145. Bahramian A.R, Kokabi M., (2011), Combustion Behavior of Polymer/Clay 

Nanocomposite Heat Shield, The 10th Conference of Iranian Aerospace 

Society, Tarbiat Modares University, Tehran, Iran. 
146. Sabagh S., Bahramian A.R.,  Kokabi M., (2010), Mechanical Properties of 

Nanocomposites Based on Epoxy Rezin and SiAlON Nanopowder,The 13th 

Iranian National Chemical Engineering Congress & 1st International Regional 

Chemical and Petroleum Engineering Conference (IChEC13), 25-28 October, 

Kermanshah, I. R, Iran. 
147. Sirousazar M., Kokabi M., Hassan Z.M., Bahramian A.H.,  (2010), Highly 

Filled Polyvinyl Alcohol/Kaolinite Composite Hydrogels: Swelling and 

Dehydration Kinetics, The 13th Iranian National Chemical Engineering 

Congress & 1st International Regional Chemical and Petroleum Engineering 

Conference (IChEC13), 25-28 October, Kermanshah, I. R, Iran. 
148. Sirousazar M., Kokabi M., Hassan Z.M., Bahramian A.H., (2010), 

PVA/Kaolinite Nanocomposite Hydrogels: Preparation Method and 

Characterization, International Conference on Manufacturing Science and 

Technology (ICMST 2010), Kuala Lumpur, Malaysia, November 26-28. 
149. Sabagh S., Bahramian A.R.,  Kokabi M, , (2011), Infuence of SiAlON 

nanoparticles content on the performance of polymer nanocomposites, First 

International Conference on Composites and Nanocomposites (ICNC), January 

7-9, Kottayam, India. 

150. Arabgol F., Kokabi M., Bahramian A .R., (2011), The Effect of Clay on the 

Ablation Behaviour of NBR/OMMT Nanocomposites, Polymer Processing 

Society (PPS), Kish Island I.R. Iran, November 15-17. 

151. Golbang A., Kokabi M., (2011), Shape Transition of Magnetic Field Sensitive 

NdFeB Filled PVA Hydrogels, Polymer Processing Society (PPS), Kish Island 

I.R. Iran, November 15-17. 
152. Moghanizadeh M., Kokabi M., (2011),The Morphology and Wettability of 

PDLLA/ Al2O3 Nanocomposite Scaffolds,  Polymer Processing Society (PPS), 

Kish Island I.R. Iran, November 15-17. 
153. Mokhtari M., Kokabi M., Bahramian A.R., (2011), The Effect of Shear Strain 

Amplitude and Loading Cycle on the Horizontal Characteristics of Fiber 

Reinforced Nanocomposite Elastomeric Seismic Isolators, Polymer Processing 

Society (PPS), Kish Island I.R. Iran, November 15-17. 
154. Kermani A.M., Pashaei Soorbaghi F, Kokabi M., (2011), The Effects of 

Organoclay and Compatibilizer on the Oxygen Barrier Properties of HDPE-

based Nanocomposites, Polymer Processing Society (PPS), Kish Island I.R. 

Iran, November 15-17. 
155. Kermani A.M., Pashaei Soorbaghi F, Kokabi M., (2011), The Effect of 

Organoclay on the Oxygen Permeability of Polyethylene/Clay Nanocomposite 



  

Films, Second International Conference on Multifunctional, Hybrid and 

Nanomaterials, 6-10 March, Strasbourg, France. 

156.  Najafi I., Kokabi M., (2011),  A Facile Synthesis of  Ca-SiAlON Nanowhisker 

Via Polyacrylamide Gel Method,  3rd International Conference on Ultra Fine 

Grain and Nanostructured Materials, 2-3 November, Tehran, Iran. 

157.  Sabagh S., Bahramian A.R.,  Kokabi M., (2011), Improvement of Mechanical 

and Chemical Properties of Epoxy Coating for Natural Gas Pipeline by SiAlON 

Nanopowders, The 7 th International Chemical Engineering Congress & 

Exhibitions (IChEC 2011), Kish, Iran, 21-24 November. 

158. Paydayesh A., Kokabi M., Bahramian A.R., (2011), Toughening Mechanism of 

Polymer/Layered Silicate Nanocomposites, PPS 2011, November 15-17, 2011 

Kish Island, Iran. 

159. Paydayesh A., Kokabi M., Bahramian A.R., (2011), Effect of Clay Loading on 

Mechanical Properties of Highly Filled Nanocomposites, PPS 2011, November 

15-17, 2011 Kish Island, Iran. 

160. Sabagh S., Bahramian A.R.,  Kokabi M., (2011), Quantitation of the 

Reinforcement Effect of SiAlON Nanoparticles on the Tribological and 

Corrosion Resistance of Epoxy Coating, PPS 2011, November 15-17, 2011 

Kish Island, Iran. 

161. Sabagh S., Bahramian A.R.,  Kokabi M., (2011), Chemical Resistance & 

Mechanical Properties of Polymer-Ceramic Nanocomposite Coatings, 3rd 

Iranian Pipe & Pipeline Conference, 2011, May 24-25, Razi Intl. Tehran, Iran.  

162. Gandoman M., Kokabi M., Famili M.H.N., (2012), Synthesis of Sustainable 

Inorganic Polymer Mortars, 14th Iranian Inorganic Chemistry Conference, 

August 28-29, Sharif University of Technology, Tehran, Iran. 

163. Gandoman M., Kokabi M., Famili M.H.N., (2012), Nanostructure and 

Compressive Strength of Geopolymer based on Metakaolin, ICNN2012, 

September 8-10, Kashan, Iran. 

164. Pashaei Soorbaghi F., Gilani H., Kokabi M., Bahramian A. R., (2012), 
Preparation and kinetic study of Silica/clay Nonocomposite Gels, ICNN2012, 

September 8-10, Kashan, Iran.  

165. Pashaei Soorbaghi F., Gilani H., Kokabi M., Bahramian A. R., (2012), Sol-gel 

Derived Silica/Clay Composite Aerogels: Kinetic Study, Proceedings of the 4th 

International Conference on Nanostructures (ICNS4), 12-14 March, Kish 

Island, Iran. 

166. Gilani H., Pashaei Soorbaghi F., Kokabi M., (2012), Drying of Aerogels via 

Liquid Desiccant Method, 1st International Conference on Nanostructures and 

Nanomaterial: Science and Applications, 7-9 Feb, Masjedsoleyman, Iran. 

167. Arabgol F., Kokabi M., Bahramian A .R., (2012), Mechanical, Thermal and 

Ablation Properties of Nitrile Based Nanocomposite, The 3rd International 

Conference on Composites: Characterization, Fabrication and Application 

(CCFA-3), Dec. 18-19, 2012, Tehran, Iran. 

168. Hosseini L., Kokabi M., Razzaghi Kashani M., (2012), Mechanical and 

Thermal Properties of Polyurethane/Layered Silicate Nanocomposite, The 3rd 

International Conference on Composites: Characterization, Fabrication and 

Application (CCFA-3), Dec. 18-19, Tehran, Iran. 

169. Dashtizadeh P., Hosseini L., Kokabi M., (2012), Chemical Resistance of Epoxy 

Polymer Concrete in Hostile environment, The 28th International Conference of 

the Polymer Processing Society (PPS-28), Pattaya, Thailand. 

170. Gandoman M., Kokabi M., Famili M.H.N., (2012), Composition Design and 

Microstructural Characterization of Metakaolin-based Geopolymer Concrete 

Composite, The 3rd International Conference on Composites: Characterization, 

Fabrication and Application (CCFA-3), Dec. 18-19, Tehran, Iran. 

171. Arabgol F., Kokabi M., Bahramian A.R., (2012), High Performance Ablative 

Elastomeric Nanocomposite Heat Shield Based on NBR, ISPST 2012, 

Amirkabir University of Technology, Oct. 21-25, Tehran, Iran. 

172. Gilani H., Pashaei Soorbaghi F., Kokabi M., (2012), The Effect of Aging 

Process Conditions on Aerogel Performance, ISPST2012, Amirkabir 

University of Technology, 21-25 October, Tehran, Iran. 

173. Pashaei Soorbaghi F., Gilani H., Kokabi M., Bahramian A. R., (2012),  

Nanocomposite Aerogel based on Silica Inorganic Polymer: Preparation and 

Properties, ISPST2012, Amirkabir University of Technology, 21-25 October, 

Tehran, Iran.  

174. Pashaei Soorbaghi F., Kokabi M., Bahramian A. R., (2012), Thermal Stability 

of Phenolic Resin Layered Silicate Nanocomposites, ISPST2012, Amirkabir 

University of Technology, Tehran, Iran, 21-25 October . 

175. Dashtizadeh P., Hosseini L., Kokabi M., (2012), Chemical Resistance of Epoxy 

Polymer Concrete in Hostile Environment, The 28th International Conference of 

Polymer Processing Society (PPS-28), December 11-15, Pattaya, Thailand. 

هاي انرژي  الكتريكي از انرژي خورشيدي توسط سلولتوليد (، 1390فرزانه عربپور، مهرداد كوكبي، ) 176

 اسفندماه، تهران، ايران. ۲1ها، كنفرانس باد و خورشيد، خورشيدي پليمري: شرايط كنوني، چالش

(، بهينه سازي لايه 1391وحيد احمدي، غلامرضا عبائيان، ) فرزانه عربپور رق آبادي، مهرداد كوكبي، 177

(، كنفرانس يك روزه سلول هاي خورشيدي نانو PPV/PCBMفعال در سلول خورشيدي پليمري )

 مهرماه، تهران ، ايران. ۲7ساختار، دانشگاه صنعتي شريف، 

(، هيدروژل نانوكامپوزيتي كيتوسان/پلي 139۲عهديه امجدي، مهرداد كوكبي، محمد سيروس آذر، )178

 ۲7-۲6، اولين همايش ملي و كارگاه هاي تخصصي علوم و فناوري نانو، pHبه دما و وينيل الكل حساس 

 ارديبهشت، دانشگاه تربيت مدرس.



  

(،  ساخت الياف نانو كامپوزيتي بر 139۲هادي حسيني، مهرداد كوكبي، نادره گلشن ابراهيمي، ) 179

ملي و كارگاه هاي  ، اولين همايشبه روش ريسندگي الكتريكي دما بالا 2TiO / UHMWPEپايه

 ارديبهشت، دانشگاه تربيت مدرس. ۲7-۲6تخصصي علوم و فناوري نانو، 

در نانو  2N(،  تراوايي گاز139۲قدمعلي كريمي خوزاني، مهرداد كوكبي، احمد رضا بهراميان، ) 180

نانو،  كامپوزيت اپوكسي نانو آلوميناي صفحه اي، اولين همايش ملي و كارگاه هاي تخصصي علوم و فناوري

 ارديبهشت، دانشگاه تربيت مدرس. ۲6-۲7

(، اثر آرايش 139۲وهاب الدين گودرزي، مهرداد كوكبي، احمد رضا بهراميان، مهدي رزاقي كاشاني، )181

اولين همايش ملي و الياف كوتاه پيزو الكتريك سراميكي بر خواص الكترو مكانيكي نانو كامپوزيت پليمري، 

 ارديبهشت، دانشگاه تربيت مدرس. ۲7-۲6ناوري نانو، كارگاه هاي تخصصي علوم و ف

ساخت ايروژل نانو كامپوزيتي سيليكا/ (، 139۲فاطمه پاشايي، مهرداد كوكبي، احمد رضا بهراميان، )18۲

ارديبهشت، دانشگاه  ۲7-۲6اولين همايش ملي و كارگاه هاي تخصصي علوم و فناوري نانو،  ، نانورس

 تربيت مدرس.

سنتز و شناسايي (،139۲ور رق آبادي، مهرداد كوكبي، وحيد احمدي، غلامرضا عبائيان، )فرزانه عربپ 183

اولين همايش ملي و كارگاه هاي تخصصي علوم و فناوري نانو،  ،فلزي-به روش آلي CdSنقاط كوانتمي

 ارديبهشت، دانشگاه تربيت مدرس. ۲6-۲7

(، ساخت ايروژل سيليكا به روش فوق 139۲فاطمه پاشايي، مهرداد كوكبي، احمد رضا بهراميان، ) 18۴

 كاربردهاي دفاعي علوم نانو، دانشگاه امام حسين )ع(، تهران. سومين همايش سراسريبحراني، 

185. Arabgol F., Kokabi M., Bahramian A .R., (2013), The Effect of Nano-silica on 

the Ablation and Mechanical Behavior of NBR Based Heat Insulator, March. 3-

7, Sorrento, Italy. 

186. Hosseini H., Kokabi M., Golshan Ebrahimi N., (2013), "Hot electrospinning of 

UHMWPE / TiO2 nanocomposite fibers" The 4th International Conference on 

Ultrafine Grained and Nanostructured Materials (UFGNSM 2013), November 

5-6, Tehran, Iran. 

187. Amjadi A., Kokabi M., Sirousazar M., (2013), Dual-stimuli Sensitive 

Poly(vinyl alcohol) /Chitosan /Nanoclay     Nanocomposite Hydrogels, The 

4th International Conference on Ultrafine Grained and Nanostructured Materials 

(UFGNSM 2013), November 5-6, Tehran, Iran.  

188. Pashaei Soorbaghi F., Kokabi M., Bahramian A. R., (2013), Sol-gel 

polymerization of silica nanoporous gel: rheological study, Advanced Material 

World Congress, Turkey. 

189. Amjadi A., Kokabi M., Sirousazar M., (2014), Temperature and pH Sensitive 

Poly (vinyl alcohol)/Chitosan/Nanoclay/Tripolyphosphate Nanocomposite 

Hydrogel , The 5th International Conference on Nanostructures (ICNS5), March 

6-9, Kish Island, Iran. 

190. Amjadi A., Kokabi M., Sirousazar M., (2014), The Effect of PVA/Cs Ratio on 

Poly (vinyl alcohol)/Chitosan Hydrogel Performance, The 11th International 

Seminar on Polymer Science and Technology (ISPST), October 6-9, Tehran, 

Iran. 

191. Gilani H., Pashaei Soorbaghi F., Kokabi M., (2014), Silca/Clay Nanocomposite 

Aerogel: Preparation and Properties, Proceedings of the 5th International 

Conference on Nanostructures (ICNS5), Kish Island, Iran, 6-9 March.  

الكل وينيل(، الكتروريسي نانوالياف پلي1393كريمي علويجه، مهردادكوكبي، مسعود سليماني، ) سهيلا 19۲

ارديبهشت ، دانشگاه  15-1۴، همايش دانشجوئي فناوري نانوپانزدهمين ، كربني چندديوارهحاوي نانولوله

 تربيت مدرس.

اثر زغال نانوساختار بر رفتار فداشوندگي (، 1393فاطمه عربگل، مهرداد كوكبي، احمد رضا بهراميان، ) 193

ارديبهشت،  5و  ۴، پانزدهمين همايش دانشجوئي فناوري نانو،"عايق حرارتي الاستومري بر پايه نيتريل

 جمن نانوفناوري ايران، دانشگاه تربيت مدرس، تهران، ايرانان

194. Karimi Alavije S., Kokabi M., Soleimani M., (2014), Morphology and Cell 

Affinity of PVA-TiO2 Electrospun Nanocomposite Scaffolds,  The 2nd 

International Conference on Nanotechnology (ICN 2014), 10-12 July, Istanbul 

University, Istanbul, Turkey. 

195. Karimi Alavije S., Kokabi M., Soleimani M., (2014), Electrospinning of PVA 

Nanofibres Containing TiO2 Nanoparticles, The 11th International Seminar on 

Polymer Science and Technology (ISPST2014), 6-9 October, Iran Polymer and 

Petrochemical Institute, Tehran, Iran. 

196. Nikfarjam M., Kokabi M., (2014), Chitosan Nanocomposite Nanohydrogels: 

Preparation and Characterization, The 5rd International Conference on 

Nanostructure (ICNS5), March6-9, Kish Island, Iran. 

197. Sharafkhani  S., and Kokabi  M., ( 2014), Aligned PVDF Electrospun 

Nanofibres Via Spinning Wheel Type Collector, 11th International Seminar on 

Polymer Science and Technology (ISPST 2014), October 6-9, Tehran, Iran. 

198. Sharafkhani  S., and Kokabi  M., ( 2014), The Effect of ZnO Piezoelectric 

Nanoparticles on PVA Electrospun Nanofibres Morphology, 2nd International 

Conference on Nanotechnology (ICN 2014), July 10-11, Istanbul, Turkey. 

نانوذرات روي توليد نانوالياف نانو كامپوزيتي پلي وينيل الكل / (، 1393، )سبحان شرف خاني، مهردادكوكبي 199

 ارديبهشت، دانشگاه تربيت مدرس. ۴-5پانزدهمين همايش دانشجويي فناوري نانو،  ، اكسايد

200. Pashaei Soorbaghi F., Kokabi M., Bahramian A. R., (2014), Textural 

Properties of Two step Acid-base Catalyzed Silica Aerogel, 5th 

International Conference on Nanostructures (ICNS5), March 6-9,  Kish 

Island, I. R. Iran. 



  

201. Arabpour Roghabadi F., Kokabi.M, Ahmadi.V, Abaeiani. Gh, (2014), Stability 

of Bulk Heterojunction Solar Cells Based on P3HT/PCBM and P3HT/CdSe, 

The 11th International Seminar on Polymer Science and Technology (ISPST), 

October 6-9, Tehran, Iran. 

رهايش عسل از هيدروژل پلي وينيل الكل/ بررسي مكانيسم " (،139۴شهرزاد نوري، مهرداد كوكبي، ) ۲0۲

انجمن نانوفناوري ، نانو ملي و كارگاه هاي تخصصي علوم وفناوريين همايش دوم ،"كيتوسان در حضور نانورس

 ، ايرانكرج، خوارزمي دانشگاهارديبهشت،  31-30ايران، 

پلي وينيل  سنتز درجاي نانوذرات نقره در سامانه" (،139۴وحيده جمالي فيروز آبادي، مهرداد كوكبي، ) ۲03

-30انجمن نانوفناوري ايران، ، نانو ملي و كارگاه هاي تخصصي علوم وفناوريين همايش دوم ،"الكل/ كيتوسان 

 ، ايرانكرج، خوارزمي دانشگاهارديبهشت،  31

204. Noori Sh., Kokabi M., Hassan Z. M., (2015), Nanoclay Enhanced the Mechanical 

Properties of Poly (vinyl alcohol)/ Chitosan/ Montmorillonite Nanocomposite 

Hydrogel as Wound Dressing, The 5th International Biennial Conference on 

Ultrafine Grained and Nanostructure Materials (UFGNSM), 11-12 November, 

Tehran, Iran.  

205. Arabpour Roghabadi F., Kokabi M., Ahmadi V., Abaeiani Gh., (2015), Lifetime 

and Efficiency Improvement of P3HT:CdS QD Hybrid Solar Cell, The 1st 

International Conference on Organic Electronic Material Technologies (OEMT) , 

March 25-28, Elazig, Turkey. 

206. Zirakjou A., Kokabi M., (2015), Sol-gel Chemistry of Biphenylene-Bridged 

Polysilsesquioxane Nanoclay, 9th International Chemical Engineering Congress & 

Exhibition (IChEC), December 26-28, Shiraz, Iran. 

207. Shahkaram Oghli M., Kokabi M., (2015), The effect of nanoclay on mechanical 

properties enhancement of ceramic-polymer green body, The 5th International 

Biennial Conference on Ultrafine Grained and Nanostructure Materials 

(UFGNSM), 11-12 November, Tehran, Iran. 

208. Zirakjou A., Kokabi M., (2016), Biphenylene-bridged Polysilsesquioxane Aerogel; 

Preparation and Characterization, The 6th International Congress on Nanoscience & 

Nanotechnology (ICNN), October 26-28, Karaj, Iran. 
209. Heidarshenas M., Kokabi M., (2016),   Electrospun PVA Nanofibres Aerogel, The 

6th International Congress on Nanoscience & Nanotechnology (ICNN), 26-28 

October, Karaj, Iran. 

210. Heidarshenas M., Kokabi M., (2016), Shape Memory Aerogel Based on Poly (vinyl 

alcohol) Nanofibres, The 12th International Seminar on Polymer Science and 

Technology (ISPST), 2-5 November, Tehran, Iran. 

211. Hosseini H., Kokabi M., Mousavi S. M., (2016), Bacterial Cellulose Nanofibers 

Aerogel Dried by Supercritical CO2, The 6th International Conference on 

Nanostructures (ICNS6), 7-10 March, Kish Island, Iran. 

212.  Hosseini H., Kokabi M., Mousavi S. M., (2016), Highly Porous Tissue Produced 

from Continuous Bacterial Cellulose Nanofibres, The 6th International Congress 

on Nanoscience and nanotechnology (ICNN6), 26-28 October, Karaj, Iran. 
213. Hosseini H., Kokabi M., Mousavi S. M., (2016), Bacterial Cellulose Nanofibers as 

a Highly Porous Material, The 12th International Seminar on Polymer Science and 

Technology (ISPST), 2-5 November, Tehran, Iran.  

214. Fini Bidgoli M., Kokabi M., Arabgol F., (2016),  Thermal Ablation Performance of 

NBR/ Silica Aerogel Nanocomposite, The 6th international congress on 

nanoscience and nanotechnology (ICNN), 26-28 October, Karaj, Iran. 

215. Fini Bidgoli M., Kokabi M., Arabgol F., (2016), Thermal Stability of Silica 

Aerogel Nanocomposite Based on NBR, The 12th International Seminar on 

Polymer Science and technology (ISPST), 2-5 November, Tehran, Iran. 

216. Arabpour Roghabadi F., Kokabi M., Ahmadi V., Abaeiani Gh., (2016), Stability 

improvement of hybrid solar cell based on P3HT:CdSe nanocrystals, The 6th 

International Conference on Nanostructures (ICNS6), 7-10 March, Kish Island, 

Iran. 

217. Hooshyar A., Kokabi M., (2017), Electrospun Aligned PVA/CNT Nanocomposite 

Nanofibers, The 3rd National Congress and Workshops on Nanoscience and 

Nanotechnology (NCWNN), 23-24 August, Kerman, Iran. 

218. Hosseini H., Kokabi M.,  Mousavi S. M., (2017), Fabrication of Bacterial 

Cellulose/Silver Aerogel By Supercritical CO2 Method, The 3rd National Congress 

and Workshops on Nanoscience and Nanotechnology (NCWNN), 23-24 August, 

Kerman, Iran. 

219.  Sharafkhani S., Kokabi M., (2017), Piezoelectric Electrospun PVDF/ZnO 

Nanofibers, The 3rd National Congress and Workshops on Nanoscience and 

Nanotechnology (NCWNN), 23-24 August, Kerman, Iran. 

220. Pirahmadi P., Kokabi M., (2017), The Effect of CNT on Swelling Behaviour of 

Polyvinyl Alcohol Based Nanocomposite Hydrogel, The 3rd National Congress and 

Workshops on Nanoscience and Nanotechnology (NCWNN), 23-24 August, 

Kerman, Iran. 

221. Bahrani N., Kokabi M., (2017), Polyvinyl Alcohol Nanosilver Nanocomposite by 

In-situ Reduction, The 3rd National Congress and Workshops on Nanoscience and 

Nanotechnology (NCWNN), 23-24 August, Kerman, Iran. 

222. Fini Bidgoli M., Kokabi M., (2017), Effect of Silica Aerogel on Thermal 

Properties of NBR-based Nanocomposite, The 3rd National Congress and 

Workshops on Nanoscience and Nanotechnology (NCWNN), 23-24 August, 

Kerman, Iran. 

223. Hosseini H., Kokabi M.,  Mousavi S. M., (2017), Biosynthesis of Highly Porous 

Bacterial Cellulose Nanofibers, 6th international conference on Ultrafine Grained 

and Nano-Structured Materials (UFGNSM 2017), 12-13 November, Kish Island, 

Iran. 



  

224.  Sharafkhani S., Kokabi M., (2018), Numerical Evaluation of the Effective 

Properties of PZT-5A/Epoxy Smart Piezoelectric Composite The 13th International 

Seminar on Polymer Science and Technology (ISPST2018), November 19-22, 

Tehran, Iran. 

225.  Alamdarnejad G., Kokabi M., (2018), Prediction of a Typical Amorphous Shape 

Memory Polymer Behaviour Considering both Glassy and Rubbery Phases, The 13th 

International Seminar on Polymer Science and Technology (ISPST2018), 

November 19-22, Tehran, Iran. 

226. Akbari R., Kokabi M., (2018), Modeling of Shape Memory Behaviour of Semi-

crystalline Polymer Considering both Amorphous and Crystalline Phases, The 13th 

International Seminar on Polymer Science and Technology (ISPST2018), 

November 19-22, Tehran, Iran. 

227.  Ghaedi Dehaghi N., Sharafkhani S., Kokabi M., (2018), PVA electrospun Hollow 

Nanofibers via One-Pot Coaxial Electrospinning, The 13th International Seminar on 

Polymer Science and Technology (ISPST2018), November 19-22, Tehran, Iran. 

228. Taymori M., Akbari R., Kokabi M., (2018), Shape Memory Behaviour of 

Waterborne Polyurethane-based Aerogel, The 13th International Seminar on 

Polymer Science and Technology (ISPST2018), November 19-22, Tehran, Iran. 

229.  Norouzi Esfahani S., Alamdarnejad G., Kokabi M., (2018), Shape Memory 

Behaviour of Polyacrylamide Hydrogel, The 13th International Seminar on Polymer 

Science and Technology (ISPST2018), November 19-22, Tehran, Iran. 

230.  Sharafkhani S., Kokabi M., (2018), Numerical Tuning of Porous PVDF 

Piezoelectric Nanogenerators, The 7th International Congress on Nanoscience & 

Nanotechnology (ICNN2018), September 26-28 , Tehran, Iran. 

231.  Norouzi Esfahani S., Alamdarnejad G., Kokabi M., (2019), Tunning switch 

temperature of shape memory polyacrylamide hydrogel, 8th International 

Conference on Smart Materials and Structures, August 01-02, Dublin, Irland. 

 PVDF/CNT يتينانوكامپوز افيعملكرد ال يساز هيشب(، 1398)، سبحان شرف خاني، مهردادكوكبي  .232

  1مرداد  و   31نانو،  يعلوم و فناور يتخصص يهاو كارگاه يمل شيهما نيچهارم ،كيزوالكتريدر نقش حسگر پ

 .دانشگاه يزد، يزد،  1398 وريشهر

در  يكيبه لاست ياشهيرفتار انتقال فاز ش ينيبشيپ (،1398، )مهردادكوكبيغزاله علمدارنژاد،   .233

 يهاو كارگاه يمل شيهما نيچهارمي، كربن يهانانولوله /ديآم لياكري پل آمورفي حافظه شكل تينانوكامپوز

 .دانشگاه يزد، يزد،  1398 وريشهر  1مرداد  و   31نانو،  يعلوم و فناور يتخصص

امانه نانوكامپوزيت ، بررسي مرفولوژِي و رفتار رئولوژي س(1398، )كوكبي مهردادهانيه منتظري،  .234

PHB/PVA/Nanoclay ،1مرداد  و   31نانو،  يعلوم و فناور يتخصص يهاو كارگاه يمل شيهما نيچهارم  

 .دانشگاه يزد، يزد، 1398 وريشهر

 ياشهيانتقال ش يبر تورم و دما ياثر نانولوله كربن، (1398، )مهردادكوكبي، سونيا نوروزي اصفهاني،  .235

  1مرداد  و   31نانو،  يعلوم و فناور يتخصص يهاو كارگاه يمل شيهما نيچهارم، ديآم ليآكريپل دروژليه

 .دانشگاه يزد، يزد،  1398 وريشهر

، پيشبيني مقدار بلورينگي سامانه هاي نانوكامپوزيتي پليمري، (1398، )مهردادكوكبيرضا اكبري،   .236

دانشگاه يزد، ،  1398 وريشهر  1مرداد  و   31نانو،  يعلوم و فناور يتخصص يهاو كارگاه يمل شيهما نيچهارم

 .يزد

 ،3PVDF/BaTiOشده  يسيالكترور تينانوكامپوز، (1398، )كوكبي مهردادنيلوفر قائدي دهقي،  .237

دانشگاه يزد، ،  1398 وريشهر  1مرداد  و   31نانو،  يعلوم و فناور يتخصص يهاو كارگاه يمل شيهما نيچهارم

 يزد

 پيزوالكتريك ليفي هاينانومحرك عملكرد سازيشبيه(، 1398، )وكبيك سبحان شرف خاني، مهرداد .238
PVDF/PZT-5H، دانشگاه اصفهان، اصفهان، آبان ۲9-۲8 ، (98پليمر ايران )همپا  يمل شيهما پنجمين. 

 نانوكامپوزيتي هاي سامانه حرارتي انبساط ضريب بيني پيش (،1398، )كوكبي مهردادغزاله علمدارنژاد،  .239

 .دانشگاه اصفهان، اصفهان، آبان ۲9-۲8 ، (98پليمر ايران )همپا  يمل شيهما پنجمينكربني،  هاي هنانولول حاوي

هاي ويسكوالاستيك، بيني مدول كششي نانوكامپوزيتپيش، (1398، )كوكبي مهردادرضا اكبري،  .240

 .دانشگاه اصفهان، اصفهان، آبان ۲9-۲8 ،(98پليمر ايران )همپا  يمل شيهما پنجمين

آهن به منظور -تنظيم كسر ژل هيدروژل پلي وينيل الكل (،1398سنيان، مهرداد كوكبي، )زهرا مح .241

دانشگاه ، آبان ۲9-۲8 ، (98پليمر ايران )همپا  يمل شيهما دستيابي به هيدروژل با مدول بيشينه،  پنجمين

 .اصفهان، اصفهان
 

  شده منتشر يهاكتابو  فصول فهرست: 

 1999، براون ديتريش  ;مؤلف ها، پلاستيك شناسايي در ساده هاي روش كتاب ترجمه، 

 ، تهران، (1380بصير ) شركت انتشارات ،چهارم بازنگري

 دانشگاه انتشارات ،1998كرافورد،  .ج.ر .مؤلف پلاستيك مهندسي كتاب ترجمه 

 تهران، ايران، 139۴ سومچاپ ، 1385چاپ دوم ، 1377چاپ اول مدرستربيت

Mohammad Sirousazar , Mehrdad Kokabi, (2012), Nanocomposite Hydrogels, 

Published Online: 21 FEB 2012 DOI: 10.1002/9781118311974.ch12, pp. 487-531, in: 

Ashutosh Tiwari, Ajay K. Mishra, Hisatoshi Kobayashi, Anthony P.F. Turner (Eds.), 

Intelligent Nanomaterials: Processes, Properties, and Applications , John Wiley & 

Sons Inc., Hoboken, NJ, USA. 



  

Ahmad Reza Bahramian, Mehrdad Kokabi, (2013), Ablative Thermal Protection 

Systems, Modeling,  Characterization and Applications, Tarbiat Modares University 

Press, Tehran, Iran. 

Ahmad Reza Bahramian, Mehrdad Kokabi, (2014), Polymer nanocomposites as ablative 

materials, Chapter 15 of Polymer Green Flame Retardants, Edited by Constantine D. 

Papaspyrides and Pantelis Kiliaris, Elsevier, USA. 
 

 

 :ثبت اختراع 

 Mohammad Sirousazar, Mehrdad Kokabi, Dual-Stimuli Responsive Smart 

Nanocomposite Hydrogel Wound Dressings, Iranian Patent: No. 72035, 22 

October, 2011. 

  مهرداد كوكبي، فاطمه پاشائي سورباقي، حسين گيلاني، دانشگاه تربيت مدرس، ساخت

 3/9/139۲مورخ  83859بت اختراع پتوي عايق با كارايي بالا با استفاده از ايروژل، شماره ث

  مهرداد كوكبي، فاطمه پاشائي سورباقي، حسين گيلاني، دانشگاه تربيت مدرس، ساخت

 ۲۲/۴/139۲مورخ  8330۲ايروژل نانوكامپوزيتي سيليكا/خاك رس، شماره ثبت اختراع 

  ،هيدروژل عهديه امجدي، مهرداد كوكبي، محمد سيروس آذر، دانشگاه تربيت مدرس

نانوكامپوزيتي پلي وينيل الكل/كيتوسان/نانورس/تري پلي فسفات حساس به هوشمند 

 5/6/1393مورخ  83676، شماره ثبت  pHتحريكات دوگانه دما و

  ،ساخت هادي حسيني، مهرداد كوكبي، سيد محمد موسوي، دانشگاه تربيت مدرس

مورخ  960158۴، شماره ثبت ايروژل نانوليفي برپايه سلولزباكتريايي به روش فوق بحراني

 )داراي تاييديه سازمان پژوهش هاي علمي و صنعتي( 6/3/1396

  ،ساخت هادي حسيني، مهرداد كوكبي، سيد محمد موسوي، دانشگاه تربيت مدرس

 اياح ديگرافن اكس/ييايسلولزباكتر هيبرپا يبه روش فوق بحران يهاد يتينانوكامپوز روژليا

)داراي تاييديه سازمان پژوهش  10/10/1396مورخ  1396۲6۴شماره ثبت ، (rGOشده )

 هاي علمي و صنعتي(

  ،ساخت هادي حسيني، مهرداد كوكبي، سيد محمد موسوي، دانشگاه تربيت مدرس

 هاي(/نانولولهBC)ييايسلولزباكتر هيبرپا يبه روش فوق بحرانهوشمند  يتينانوكامپوز روژليا

مورخ  1396۲83 شماره ثبتزيستي مكانيكي،  حسگر عنوان( بهMWCNT) يكربن

 )داراي تاييديه سازمان پژوهش هاي علمي و صنعتي( ۲۴/10/1396

 

 

 
 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



  

  

 مقطع دكتري در  دانش آموختگان
 

 رديف رساله عنوان راهنما استاد  مشاور استاد دانشجو نام دفاع تاريخ

هاي  ت قطعات سراميكي مورد استفاده در اكسترودر دو ماردونه به كمك روشطراحي و ساخ دكتر كوكبي دكتر  فاميلي ابوالفضل براتي 1/6/8۲

 دهي سراميك پليمرپيشرفته شكل

1 

 دكتر منطقيان  اكبر بابالوعلي ۴/10/8۲

 دكتر صراف 

 ۲ پليمر در توليد غشاهاي نانوكامپوزيت –هاي سراميك  پايداري تعليق دكتر كوكبي

 3 ارزيابي و تحليل پارامترهاي موثر بر فدا شوندگي نانو كامپوزيت برپايه پليمر گرما سخت و خاك رس دكتر كوكبي ميليدكتر فا احمدرضا بهراميان 1۲/3/86

 5 سراميك با استفاده از تلفيق فناوري هاي شكل دهي پليمرها-ساخت نانو كامپوزيت سراميك دكتر كوكبي دكتر حسينعلي كشتكار قياحمد امير شقا ۲8/9/89

دكتر زهير محمد حسن،  محمد سيروس آذر ۲9/۴/90

 دكتر بهراميان

 6 ك هاي دوگانهزخم بندهاي بر پايه هيدروژل هاي زيست نانوكامپوزيتي هوشمند پاسخگو به تحري دكتر كوكبي

 7 مدل سازي و ارزيابي تجربي عايق فدا شونده نانو كامپوزيتي الاستومري دكتر كوكبي دكتر بهراميان فاطمه عربگل ۲3/11/9۲

دكتر رزاقي كاشاني، دكتر  عبدالوهاب گودرزي 31/۲/93

 بهراميان

 8 زيت هاي هوشمندمدل سازي، طراحي و ساخت المان حسگر/محرك بر پايه نانو كامپو دكتر كوكبي

 9 ارزيابي و تحليل عوامل موثر بر ساختار و مكانيسم انتقال حرارت ايروژل هاي نانوكامپوزيتي دكتر بهراميان -دكتر كوكبي ----------- فاطمه پاشايي 16/1۲/93

دكتر  -دكتر وحيد احمدي فرزانه عربپور رق آبادي ۲9/۴/9۴

 غلامرضا عبائياني

ماندگار بر پايه   اخت لايه فعال با سطح جذب بالاي انرژي در سلول خورشيدي هيبريديطراحي و س دكتر كوكبي

 نانوكامپوزيت پليمرمزدوج/ نقاط كوانتومي

10 

15/11/96 

 

 11 ساخت ايروژل نانوكامپوزيتي هادي بر پايه سلولز باكتريايي دكتر كوكبي دكتر سيد محمد موسوي سيدهادي حسيني

سازي حالت گذراي رفتار تورمي سامانه هيدروژل نانوكامپوزيتي حساس به عوامل دوگانه )دما و مدل دكتر كوكبي --------- دهسعيد موسي زا 18/03/99

pH) 

1۲ 

 13 مهندسي ريزساختار و خواص در المان واحد محرك/حسگر پيزوالكتريك نانوكامپوزيتي دكتر كوكبي ----------- سبحان شرفخاني 30/06/99

 

 

 



  

 مقطع كارشناسي ارشد  در تگاندانش اموخ
 رديف نامهعنوان پايان استاد راهنما استاد مشاور نام دانشجو تاريخ دفاع

 1 پليمر ـ سراميك كامپوزيتي قطعات دادن شكل دكتر كوكبي دكتر نكومنش احمد پيروز 3/10/73

 ۲  پيچه دو اكسترودر هدستگا كامپيوتري طراحي دكتر فاميلي دكتر كوكبي وحيد متقي طلب ۲/1۲/73

 3 مقاوم هايلوله توليد منظور به ويژه داي ساخت و طراحي دكتر كوكبي دكتر فاميلي محمد صاحبان مردخه 16/1۲/73

 ۴ پليمري منبع از سراميكي مستحكم موئين الياف توليد دكتر كوكبي دكتر فاميلي حميد عسگري بشكاني ۲8/6/75

 5 مكانيكي و فيزيكي خواصمطالعه و گردنده داي سيستم با اكستروژن توسط درز بدون مقاوم هايلوله توليد كوكبي دكتر ـــ بختياريسولمحمدر 13/9/75

 6 دوده ـ پليمر الكتريسيته هادي كامپوزيت ساخت كوكبي دكتر ابراهيمي گلشندكتر مقراضي محسن ۲8/11/75

 7 پليمري حامل كمك به غيرآلي غشاء تهيه كوكبي دكتر فراهاني واشقاني دكتر زادهكاظم ارژنگ 6/11/76

 8 فلزي سطوح بر كامپوزيت روكشهاي خواص مطالعه و ساخت ،طراحي كوكبي دكتر سمسارزاده دكتر خانبابايي قادر 18/3/77

 PVC 9 پايه بر الاستومر ترموپلاستيك آلياژ ساخت كوكبي تردك همتي مهندس بيداخويدي ميرعلي محمد 1۴/7/77

 نژادسلطاني سعيد ۲۴/1۲/77
 عباسيمهندس

 ابيانه
 كوكبي دكتر

 10 راديالدرتايرهاي لاستيك به استرپلي نخ چسبندگي بر پخت سيستم اثر بررسي

 11 تزريقيقالبگيري روش به پزشكي قطعات ساخت كوكبي دكتر ابراهيمي گلشندكتر اصالتي ابراهيم 19/۲/78

 1۲ (مكانيك بخش چرخنده )دانشجوي داخلي عضو با داي ساخت و طراحي كوكبي دكتر دكترلياقت آجيليانسعيدبرادران 5/7/78

 13 خورنده و سخت محيطهاي در بالا كارايي با پليمري بتن ساخت و طراحي كوكبي دكتر ــــ زادهدشتيپيمان 1۴/1۲/78

 1۴ ساختمانينماي و ساختهپيش درقطعات آن وكاربرد سبك پليمريبتن وساختطراحي دكتركوكبي ـــ طبريپينيكعلي 1۴/1۲/78

 15  پليمري مركب مواد خوريضربه رفتار بررسي كوكبي دكتر لياقت دكتر زادهرضوي صفر محمود  ۲1/1۲/78

 16 زلزله برابر در مقاوم بسيار كامپوزيتي هايجداكننده ساخت و طراحي كوكبي دكتر مرشدي مهندس بهراميان احمدرضا  18/11/79

 17  فنليك ـ بازالت كامپوزيت تخريب سينتيك و حرارتي رفتار مطالعه كوكبي دكتر بهشتيدكتر لاوي محسني رسول ۲۲/1۲/79

 18 نفوذ(نانوكامپوزيتي )غيرقابلسدهاي كوكبي دكتر مرشدي آفاق مهندس رئيسي عبدالهادي ۲۲/1۲/80

 19 نانوكامپوزيتي آهنرباي كوكبي دكتر منطقيان  دكتر عربگل فاطمه ۲5/1۲/80

 ۲0 كامپوزيتي شمشي فنر ساختار و طراحي كوكبي دكتر معدل دكتر مشيرنيا مجتبي ۲۴/1۲/81

 ۲1 جهتهم كنخودپاك دراكسترودهايكنخودپاك مودلهاي ساخت و طراحي دكترفاميلي  كوكبي دكتر شفيعي محمدرضا ۲7/1۲/81

 ۲۲ دارو رهش آهسته براي رس خاك - پليمر نانوكامپوزيتهاي كوكبي دكتر سمسارزاده دكتر رسولي احسان سيد 10/3/8۲

 ۲3 رس خاك پليمر اينانوكامپوزيته گيريرفتارآتش دكتر كوكبي فاميلي دكتر  صحرائيان راضي ۲8/۴/8۲

 ۲۴ عفونت به پاسخگو - هوشمند نانوكامپوزيتهاي كوكبيدكتر حسن محمدزهيردكتر  آذر محمدسيروس 3/6/8۲



  

 ۲5 رئولوژيكي مغناطيسي پليمر از خطي پذيركنترل محرك ساخت كوكبي دكتر فاميلي دكتر معتضدي سيدعلي ۲8/۴/83

 ۲6 ت محرك از پليمر با حافظه شكلي با حركت خطي قابل كنترلساخ دكتر كوكبي دكتر سمسارزاده سيداحمد ابراهيمي 19/10/83

 ۲7 ساخت محرك از پليمر فعال الكتريكي با حركت خطي قابل كنترل دكتر كوكبي ابراهيميگلشن دكتر  مهدي مختارپور اصل ۲6/10/83

 ۲8 حديده چرخان هاي پليمري در سامانهارزيابي كارايي لوله دكتر كوكبي دكتر لياقت فاطمه هادي ۲۲/1۲/83

 ۲9 اتيلن گلايكول و اكسيد آلومينيم هاي پليبررسي خواص رئولوژيك مخلوط دكتر كوكبي دكتر معدل اكبر سعيد محمدي 15/1/8۴

 30 ساخت صفحات دوقطبي به كار رفته در پيلهاي سوختي دكتر معدل دكتر كوكبي غلامرضا فروردين 13/7/8۴

 31 پروپيلننانو كامپوزيت عبورناپذير در برابر اكسيژن بر پايه پلي كوكبيدكتر  - امين ميرزاده 15/11/8۴

 3۲ نانوكامپوزيت فعال الكتريكي برپايه پليمر هادي  دكتر كوكبي دكتر انتظامي محمديمعصومه گل ۲5/11/8۴

 33 نانوكامپوزيت فعال حرارتي بر پايه پليمر حافظه شكلي  دكتر كوكبي - ساينا رضانژاد ۲0/1۲/8۴

 3۴ اي نانو كامپوزيتي هاي لرزهجداكننده دكتر كوكبي مرشدي مهندس آفاق سمانه خانلري 1۲/1۲/85

 35 بسته بندي قابل ذوب نانوكامپوزيتي براي قير دكتر  كوكبي دكتررزاقي كاشاني اميد رستگار ۴/1۲/86

 طراحي و ساخت داربست نانو كامپوزيتي انعطاف پذير بر پايه آميخته زيست تخريب دكتر كوكبي دكتر رضازاده فائزه ثمني 31/1/87
PLGA/PVA/OMMT  
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 37 نانو كامپوزيت عبور ناپذير در برابر اكسيژن بر پايه پلي اتيلن دكتر كوكبي دكتر فاميلي علي محمد كرماني ۲۲/۴/87

 38 سنتز منومر و پليمر پلي گليسيديل نيترات به عنوان پليمر پر انرژي  دكتر كوكبي دكتر نكومنش حقيقي فاطمه پاشايي 31/6/87

 39 بررسي اسلوب چقرمگي وسينتيك تخريب حرارتي فداشونده هاي نانو كامپوزيتي بسيار پر شده با خاك رس دكتر كوكبي دكتر بهراميان آذين پيدايش ۲۴/1۲/87

 ۴0 در مقياس صنعتيطراحي، ساخت وشبيه سازي جداكننده هاي لرزه اي ليفي نانو كامپوزيتي  دكتر كوكبي دكتر بهراميان يروانش موتمنمظفر مختاري  30/6/88

 دكتر كوكبي دكتر بهراميان فرزانه عربپور 17/1۲/88
هاي نانوكامپوزيتي بر پايه سيالون به منظور ساخت قطعات نمونه شيمي ريولوژي قالبريزي ژل سامانه

 سراميكي

۴1 

 ۴۲ اثر ميدانشكلي پليمري فعال در هاي نانوكامپوزيتي حافظهسامانه دكتر كوكبي - طفه گلبانگاع ۲8/01/89

 ۴3 اي ميرايي ارتعاش نانوكامپوزيت بر پايه اپوكسيمطالعه مقايسه دكتر كوكبي - سحر غفارلو 10/03/89

 ۴۴ سي شده بر كارايي سلول هاي رگياثر نانو ذرات زيستي در داربست هاي نانو كامپوزيتي پليمري الكترو ري دكتر كوكبي دكتر سليماني مژگان مقني زاده ۲1/۲/90

 ۴5 ار/ لاستيك ضايعاتيخواص صوتي بتن ماندگار ژئو پليمر نانو ساخت دكتر كوكبي دكتر فاميلي مرجان گندمان ۲9/6/91

 UHMWPE ۴6اف نانو كامپوزيتي بر پايه ساخت نانو الي دكتر كوكبي دكتر گلشن ابراهيمي سيد هادي حسيني ۲3/1۲/91

 ۴7 الياف كربن -مطالعه و بررسي نفوذ در نانو كامپوزيت اپوكسي دكتر كوكبي دكتر بهراميان قدمعلي كريمي خوزاني 3/۲/9۲

 PU/OMMT ۴8نانو كامپوزيت  –خواص اكوستيك سامانه بتن متخلخل  دكتر كوكبي دكتر رزاقي كاشاني يليلا حسين 11/۲/9۲

 pH ۴9هيدروژل نانوكامپوزيتي كاتيوني كيتوسان/نانورس حساس به تحريكات دوگانه دما و  دكتر كوكبي دكتر سيروس آذر ندا صفر جوهري 30/6/9۲

لونيت  يوينيل الكل/كيتوسان/مونت مور يپل يهيدروژل نانو كامپوزيت يمدل تورم يتجرب ياعتبار سنج يكتر كوكبد آذر روسيدكتر س يامجد هيعهد 10/11/9۲ 50 



  

 pH حساس به تحريكات دو گانه دما و

 pH  51 با حساسيت دوگانه به دما و PAA/Graphene يآنيون يهيدروژل نانو كامپوزيت يرفتار تورم يدكتر كوكب آذر روسيدكتر س يمريم صفر ۲1/1۲/9۲

نانو ذرات باريم  يحاو يشده پليمر فعال الكتريك يالكتريك يريسندگ يمپوزيتالياف نانو كا يعملگر يارزياب يدكتر كوكب - يسبحان شرف خان 18/6/93

 وينيل الكل يتيتانات در بستر پل

5۲ 

شده  يالكتروريس يشكل نانو كامپوزيت يلوله ا يداربست ها يرگ يسلول ها ياثر طبيعت نانو ذرات بر كاراي يدكتر كوكب يمانيدكتر سل يميكر لايسه 19/6/93

 PVA بر پايه
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 pH 5۴اثر نانو ذره بر رهايش عسل از نانو هيدروژل كيتوسان حساس به دما و  يدكتر كوكب -------- فرجام معصومه نيك ۲7/10/93

لي وينيل پ ارزيابي برون تني و درون تني كارايي زخم بند هيدروژلي نانوكامپوزيتي هوشمند كيتوسان/ يدكتر كوكب دكتر زهير محمد حسن شهرزاد نوري 30/06/9۴

 نانورس الكل/
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 PH 56پلي وينيل الكل/كيتوسان پاسخگو به دما و اثر نانو نقره بر حساسيت سامانه هيدروژل نانو كامپوزيتي يدكتر كوكب - وحيده جمالي فيروزآبادي 15/10/9۴

 57 سراميكي مپوزيتساخت ميني اكسترودر تك ماردونه بر پايه نانو كا يدكتر كوكب - مجيد شاه كرم اوغلي 19/1۲/9۴

 PVA/CNT 58ايروژل هادي حافظه شكلي بر پايه نانوالياف نانوكامپوزيتي  دكتر كوكبي  مريم حيدرشناس ۲6/10/95

 NBR 59بر كارايي فداشوندگي نانوكامپوزيت بر پايه  Silica/Clayاثر ايروژل  دكتر عربگل-دكتر كوكبي  مرتضي فيني بيدگلي ۲7/10/95

 60 از پيش ماده پليمري SiCاثر نانوتيوب كربني بر رشد نانوويكسرهاي  دكتر كوكبي  هوشيارعلي  1۲/10/96

 پگاه پير احمدي 13/10/96

 

 دكتر كوكبي 

 

 61 هيدروژل هاي نانوكامپوزيتي حافظه شكلي فعال الكتريكي پلي وينيل الكل/كيتوسان/سلولز باكتريايي/نانولوله كربني

 6۲ ايروژل حافظه شكلي هادي ناوكامپوزيتي بر پايه پلي وينيل الكل/سلولز باكتريايي/نانونقره تر كوكبيدك  نجمه بحراني ۲7/09/97

 63 ايروژل نانوكامپوزيتي حافظه شكلي پلي يورتان / نانولوله هاي كربني چند ديواره دكتر كوكبي  محسن تيموري ۲8/09/97

 پوسته-كامپوزيتي پيزو الكتريك بر پايه نانوالياف ارايش يافته الكتروريسي شده هستهمحرك نانو  دكتر كوكبي  نيلوفر قائدي دهقي ۴/۲/98

 – TrFE PVDF در حضور نانوذراتBaTiO3 

6۴ 

 65 اثر نانو ذرات هادي بر پاسخگويي هيدروژل حافظه شكلي اكريل آميدي دكتر كوكبي  سونيا نوروزي اصفهاني ۲۴/0۲/98

 66 حاوي نانو ذرات لايه اي PHB/ PVA بررسي خواص حافظه شكلي و تراوايي اكسيژن فيلم نانوكامپوزيتي كبيدكتر كو  هانيه منتظري ۲۴/6/98

 


